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  Novel phenomena and promising applications have been emerging from nanoscience 

and nanotechnology research over recent decades. Particularly, people pursue a better 

understanding of how light and matter interact with each other at the nanoscale. This 

dissertation will present our work on the relevant topics, including ultrafast optical 

generation and manipulation of nanoscale phonons, metamaterials for thermal 

management, and cooperative chirality in inorganic nano-systems.  

  Through an acoustically mismatched nanoscale interface, interfacial phonon coupling 

may lead to a coherently modulated phonon spectrum, which however has been less 

studied. We have demonstrated unambiguous experimental evidences of coherent 

interfacial phonon coupling between the core and shell constituents by employing a 

well-designed nanoscale core-shell structure with a precisely tunable interface as a 

model system. Furthermore, the observed phonon modes can be selectively tailored in 



  

a highly controllable manner by different ultrafast pulse control schemes. This study 

represents an important step towards nanoscale phonon engineering with rationally 

tailored nanostructures as building blocks.  

  Metamaterials, which are artificially patterned micro/nano-structures, are studied for 

thermal management. For this purpose, we propose patterned arrays in different forms, 

including micropillar arrays and fiber arrays. We have discovered the structural 

dependence of the arrays’ characteristic resonance and emission properties, and how 

the properties are impacted in imperfect patterns which are common in real life. This 

study provides new perspectives on metamaterials for thermal management and the 

textile industry.  

  Lastly, chiral light-matter interaction is studied in a novel type of inorganic 

nanocrystals, consisting of both crystallographic and geometric chirality. We build up 

a general model for simulating electromagnetic response of chiral objects and extract 

the materials parameters from experimental data of the achiral-shape nanocrystals. By 

simulating nanocrystal of different geometries and comparing with experimental 

circular dichroism spectra, the unique spectral features from the nanocrystals’ intrinsic 

crystallographic chirality, geometric chirality and their interplay are identified. 

Besides, an excellent agreement is achieved between the simulation and the 

experiment. This result opens up the opportunities for new chiroptical devices and 

chiral discrimination technology. 
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Chapter 1: Introduction 

 

1.1 Overview 

  Although nanoscale structures, like DNA, have existed in nature for a long time, 

research on nanoscience and nanotechnology started only in the late 20th century, 

mostly benefiting from the instrumentation inventions like electron microscopes1, 

scanning tunneling microscopes2 and atomic force microscopes3, and the material 

discoveries such as Fullerenes4 and carbon nanotubes5. Over the past decades, 

nanoscience as an emerging and broad science, has been booming and involved 

interdisciplinary efforts from physicists, chemists, biologists, and engineers working 

on both fundamentally new phenomena and potentially disruptive technologies.  

  Light-matter interaction at the nanoscale is a branch of nanoscience where people 

have great interest6. The community are motivated to explore exotic phenomena from 

strong interactions confined at subwavelength scales, new nano-optical methods as a 

unique and sensitive probe to study nanoscale interfaces or materials, and promising 

applications for ultracompact optical devices (sources/sensors/processors) and clean 

energy (solar cells/radiative coolers). The progress has benefited from the development 

of instrumentation (advanced sources/microscopes/detectors), nanomaterial 

fabrication, and computation techniques and capability. But in many topics, it remains 

unclear how light and matter interact with each other at the nanoscale, because of the 

quantum nature of the interacting particles (like photons and electrons), the 

complication of condensed matter systems, and the technical challenges to measure the 
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interaction. Practically, it needs more efforts in gaining a good understanding of 

nanomaterials and the optical physics involved through rationally designed material 

preparation and optical studies. This dissertation will present our works on 

understanding light-matter interactions at extremely fine spatial scales, including 

ultrafast optical generation and manipulation of nanoscale phonons, metamaterials for 

thermal management and cooperative chirality in inorganic nano-systems. These are 

three great examples how we can either control the matter state by optical methods 

(nanoscale phonon mode manipulation in Chapter 3) or control local light by 

nanomaterial engineering (interfacial phonon coupling in Chapter 2, metamaterials for 

thermal management in Chapter 4, chiral optical interaction in Chapter 5).  These 

studies may broaden and enrich ever-growing research areas in nano-optics, 

plasmonics and condensed matter physics, and may also potentially impact our future 

life by enabling high-speed signal processing and miniature devices7-9.  

 

1.1.1 Ultrafast optical generation and manipulation of nanoscale phonons 

  Phonons play a key role in almost every physical process in condensed matter, 

including for example decoherence of quantum states, electronic transport and thermal 

management10,11. The interplay between electrons and phonons in a condensed matter 

system determines many of matters’ intrinsic physical properties including, for 

example, the nature of superconductivity, dephasing of electronic quantum states, 

electric and heat transport, and metal-insulator transition10-14. Precise engineering of 

the phonon spectrum or phonon interaction with other fundamental quantum particles 
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by materials design is therefore essential for an in-depth understanding of thermal, 

electronic, and optical phenomena as well as new technology breakthroughs governed 

by fundamental physical laws. Particularly, when the size of matter is smaller than the 

mean free path of phonons (for example in nanoparticles or nanowires), spatial 

confinement can create strong modification of phononic characteristics (e.g., phonon 

dispersion and group velocity), thus providing a unique way to engineer the phonon 

spectrum15-29. Furthermore, when phonons propagate through two different 

constituents, their mismatched interface can coherently modulate the phonon spectrum 

by redistribution of lattice vibration displacement30-33. For example, it has been 

theoretically predicted that phonon population in thin films or nanowires embedded 

into an acoustically softer material can be depleted with suppressed scattering rate34. 

However, a thorough understanding and precise control of such nanoscale interfacial 

phonon coupling has been lacking. Importantly, recent advances in the preparation of 

nanoscale materials enable precise control of size, composition, crystallinity and 

hetero-structure formation35-39, thus opening the opportunity to sensitively monitor 

electron and phonon coupling processes through the interplay of confined size, 

fundamental length scales and interfaces. 

  Furthermore, controlling phonons and associated dynamics can be crucial to elucidate 

many underlying physical mechanisms/processes as well as to optimize device 

performance and create novel device concepts23,29,40-43. Indeed, much recent progress 

has been achieved towards phononic control, mainly by materials design. For example, 

a few state-of-the-art mesoscopic phononic devices and complex phononic structures, 

including phononic resonators44,45 and thermal rectifiers46, have drawn substantial 
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attentions due to their unique capability to guide phonon propagation. Particularly, by 

taking advantage of size confinement and shape control, phononic characteristics of 

one material (e.g. phonon dispersion and group velocity) can be dramatically modified 

at the nanoscale, thus offering a novel way to finely engineer phonon spectra that 

cannot be available in their bulk counterparts. This includes appearance of discrete 

quantized acoustic phonon modes in a nanostructure due to breaking of the translational 

invariance (e.g., different orders of symmetric breathing phonon modes have been 

extensively observed for spherical nanoparticles), whose multimodal frequencies have 

shown distinct dependence on their size and shape22,26,47. When combining with recent 

materials development at the nanoscale, phononic modulation through intimate 

interfacial coupling in a hybrid nanostructure has been achieved with potential to offer 

a precise control of phonon engineering in the spatial domain30,31,48. Nevertheless, 

phonon is also inherently dynamic in the time domain, and phononic excitation can be 

achieved on femtosecond (fs) or picosecond (ps) time scales through different 

mechanisms22,47, thus providing a unique way to manipulate phonon vibrations in a 

coherent manner as long as the process is much faster than the characteristic quantum 

decoherence time. So far, while the evidence of the suppression of the fundamental 

breathing mode of spherical nanoparticles was observed in an ultrafast optical study20, 

systematic investigation for understanding the in-depth mechanisms or more advanced 

phonon control has been absent.  
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1.1.2 Metamaterials for thermal management 

  Metamaterials are artificially patterned micro/nano-structures and exhibit unique 

features or outstanding performance, which are hardly possible to obtain in 

conventional materials49,50. Their characteristics are primarily based on their physical 

patterned structures, instead of just bulk material properties from their crystal structures 

or chemical composition. Owing to their extraordinary properties, the research on 

metamaterials has been vastly growing and great examples are flat metasurfaces for 

ultracompact visible-range lens51, mechanical metamaterials with negative 

compressibility transitions52, and invisibility cloaks53. There have been mechanical, 

acoustic, electromagnetic, and other types of metamaterials, depending on the physical 

nature of their working mechanism.  In this dissertation, we will focus on 

electromagnetic metamaterials in the mid-infrared (MIR) range, where lies the thermal 

emission band under most of the real-life temperature conditions. 

  Thermal radiation is one of the fundamental heat transfer processes and has been 

growingly significant in researching and improving thermal management in various 

systems. In the last decade, there have been tremendous and ever-increasing efforts into 

thermal management with micro/nano-optical structures dedicated to the MIR range54-

58.  Metamaterials have been applied to obtain specific IR radiation characteristics, and 

thus achieve desired thermal cooling capability. Besides, a metamaterial MIR device 

can achieve a tunable emission by engineering the characteristic thermal band of the 

structure59,60. This functionality can potentially provide a dynamic thermal 

management responsive to the actual need. 
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1.1.3 Chiroptics in nanomaterials 

  Chirality is a physical property that an object cannot be superimposed by its mirror 

images, and is manifest in various natural forms, such as molecules, animal organisms 

and spiral nebula. It has fundamental importance and potential industrial applications. 

For example, studies on chiral interactions between molecules and biochemical species 

not only shed new light on biology and physiology, but also pave the way for the 

biomedical and pharmaceutical industries. Recently chiral inorganic nanostructures 

have been intensively studied and have shown unique physical properties, among 

which optical properties are particularly interesting61-64.  

  Chiroptical phenomena, which happens when materials with different handedness 

interact with polarized light, are very attractive to people, especially at the nanoscale65-

67. The differential absorption of left and right-handed circularly polarized light, 

defined as circular dichroism (CD), is a widely applied method to characterize the 

chiroptical activity68. People have tried different ways to enhance or control the 

chiroptical phenomena from the materials, such as molecular functionalization of 

achiral nanoparticles (NPs)69-74, shaping materials into chiral forms75-78 or attaching 

metal NPs onto helical scaffolds79-83. Most of these cases take advantage of the 

plasmonic effect that originates from the localized surface plasmon resonance of metal 

nanostructures77,84-88. Others also show mirror image CD features induced by distorted 

shells or chiral ligand on the surface of colloidal semiconductor quantum dots62,89.  

  In inorganic systems, the crystal lattice can be a great intrinsic source of chirality, and 

there is an ever-increasing interest from both academia and industry in fabricating 

atomically chiral NPs, which should have considerable chiroptical response compared 
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to small chiral molecules or chiral geometries with an achiral lattice. We have known 

there are various kinds of inorganic chiral crystals available such as SiO2, AgGaS2 and 

TeO2. The smallest chiral units (atoms or molecules) can be further assembled into 

mesoscopic particles of either achiral or chiral shapes. In this manner, chiroptical 

responses can be tuned by either changing chiral units (materials) or shaping 

intrinsically chiral nanocrystals. A recent study has demonstrated the enantioselective 

synthesis of α-HgS chiral nanocrystals induced by chiral surfactant molecules90, which 

excluded the surface effects – either the electronic induction by the capping ligands or 

the surface distortion. Another work shows the intrinsic chirality of semiconductor 

quantum dots by the enantioselective phase transfer technique91. But both of them only 

show achiral shapes without extending to mesoscopically chiral forms. People have 

also tried to make nano/micro-scale chiral structures with small chiral units by 

supramolecular assembly92, or top-down fabricated chiral meta-structures67,93. 

However, in inorganic NPs, two levels of chirality, from crystal and geometry, have 

not been clearly demonstrated. In a recent paper94, tellurium nanocrystals of lattice and 

shape chirality are reported. Although they claim shape chirality is much more 

significant than lattice chirality, only the shape chirality was clearly shown in either 

experimental study or theoretical calculation of the chiroptical response. For example, 

they only show a geometry dependent CD activity in the experiment, and their 

modeling does not involve any chiral medium parameter. Thus, the result cannot 

distinguish them from previous studies on chiroptical phenomena merely induced by 

the mesoscopic shape. In our work, we unambiguously demonstrate chirality of a 
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mesoscopic structure at both crystal and shape level at the same time, which will be 

discussed in Chapter 5. 

 

1.2 Experimental methods 

  In this section, we will introduce ultrafast optical spectroscopy for the experimental 

study of nanoscale phonons in Chapter 2 and 3, and direct laser writing (DLW) 3D 

printing for metamaterials fabrication in Chapter 4. 

1.2.1 Ultrafast optical spectroscopy 

  Ultrafast optical spectroscopy uses ultrashort pulse lasers for the studies of physical 

dynamics on the ultrashort time scales (ranging from attoseconds to nanoseconds)95. 

This experimental method has been widely-employed in different scientific areas, 

because there are various physical, chemical and biological processes occur on the 

extremely short time scales like quantum state evolution96,97, photochemical 

reactions98, and molecular energy transfer99,100. This is a powerful experimental 

technique to study the light-matter interactions since the high peak intensity of the 

ultrafast pulses can efficiently pump the sample to excited states and the short pulse 

width helps to understand how matter states evolve under the optical perturbation in a 

short time scale. 
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Figure 1. Schematic of the experimental setup of the pump-probe measurement. The 

beams modulated by the optical choppers can be detected by lock-in amplifier. The 

delay line produces a time delay between pump and probe pulses. 

 

  For ultrafast optical studies, usually a sequence of ultrashort light pulses are applied 

to initiate a process and measure the following dynamics. A basic form of ultrafast 

optical spectroscopy is pump-probe spectroscopy. In a typical pump-probe 

measurement, two optical beams (containing two synchronized series of ultrashort 

pulses) are used, shown in Figure 1. One is a pump beam (with relatively strong-

intensity pulses) used to initialize the excited state by sample excitation. And the other 

is a probe beam (with relatively low-intensity pulses) used to detect evolution of the 

excited state by measuring the dynamical optical property changes of the sample, like 

transmission or reflection. Since pump and probe pulses are electrically synchronized, 

by finely scanning the time interval between them, the dynamics of the excited state of 

interest can be monitored.  

  In our study, we employ ultrafast optical spectroscopy to generate and measure the 

ultrafast phonon modes at the nanoscale. We further extend pump-probe to pump-
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control(s)-probe for ultrafast optical manipulation. The details are discussed in Chapter 

2 and 3. 

 

1.2.2 Direct laser writing 3D printing  

  Photolithography is a well-developed micro/nano-fabrication technique by which 

photoresists are patterned by optical illumination at a specific wavelength to which the 

photoresists are sensitive. However, it is not easy to create an arbitrary three-

dimensional (3D) structure with the standard photolithography since it can barely cure 

photoresists at a very local volume. To resolve this, 3D direct laser writing (DLW) is 

developed based on two-photon absorption101-103. Two-photon absorption is a second-

order nonlinear optical process by absorbing two incident photons and radiating a 

single photon of a doubled frequency. In 3D DLW, a laser beam is tightly focused to a 

diffraction-limited spot within the photoresist film. Due to the nonlinear nature, two-

photon absorption only occur at the center of focal spot and effectively exposed volume 

can be restricted to the focal region leading to a volume element, the “voxel”101. By 

proper choice of the photoresist (transparent to the pump light but sensitive to double-

frequency light) and careful scanning the focal spot, 3D laser printing can be achieved. 

Owing to the weak nonlinear conversion and confined spot, a printing resolution much 

smaller than the pump light wavelength can be achieved. For example, with a 780nm 

pump laser, lateral linewidths below 100 nm are achieved101. The nonlinear conversion 

requires very high optical intensity, and thus, pulsed laser sources are preferred for the 
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purpose. They can deliver high-intensity pulses while maintaining a relatively low 

average power on the photoresists. 

  In our study, we employ 3D DLW on a commercial printer for sample fabrication. 

The details are discussed in Chapter 4. 

 

1.3 Computational methods 

    In this section, we will introduce finite element method (FEM) for the computation 

study in Chapter 2, 3 and 5, and finite-difference time-domain (FDTD) for 

metamaterial design in Chapter 4. 

  People have developed elegant electromagnetic theories since James C. Maxell 

proposed the early form of governing equations of classical electromagnetism, which 

are afterwards named Maxwell’s equations104. However, it is generally difficult to 

analytically solve Maxwell’s equations for an arbitrarily shaped object with complex 

material components, in which case the system cannot simplified by symmetry. Instead, 

it is much easier to set up the object numerically and simulate its electromagnetic 

response. There are a few computational methods with their own advantages to 

simulate electromagnetic response, such as finite element method (FEM), finite-

difference time-domain (FDTD), discrete-dipole approximation and boundary element 

methods. We have employed FEM and FDTD in our research and will introduce them 

in the following part. However, we do not intend to provide a very detailed review on 

the methods and there is dedicated literature for more specific discussion on these 

methods105-108. 
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Figure 2. Spatial discretization for computational modeling of a nanostructure. (a) 

Schematic of the nanostructure sandwiched between a substrate. (b) FDTD with a 

Cartesian discretization. (c) FEM with a tetrahedral discretization. The figure is from 

the paper108. 

 

  FEM is a general numerical method to solve partial differential equations. Since the 

physics for space- and time-dependent problems can often be described in terms of 

partial differential equations, FEM has been widely applied in many areas such as 

structural analysis, heat transfer, fluid flow and electromagnetism. FEM-based 

computation involves several essential steps109: discretization of the computational 

domain, selection of the interpolating functions, derivation and assembly of 

characteristic matrices and vectors and solving the matrix problem Ax = b. For the 

discretization, FEM uses an adaptive tetrahedral mesh for the FEM simulation (see 

Figure 2c), which allows for a more accurate computation of curved surfaces or other 

complicated geometries. This offers FEM a huge advantage over some other methods 

(like FDTD), which cannot apply an adaptive tetrahedral mesh and may introduce large 

numerical error in simulating complex structures. As introduced above, it can solve 

different types of partial differential equations, enabling multi-physics simulation. In 

our research, we use the commercial FEM package COMSOL for our solid structure 

and electromagnetic simulation. FEM simulation often requires relatively large 

computational resources, mostly central processing unit (CPU) and memory, but it is 
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not our concern since the models involved in our work do not involve a very large 

number of degrees of freedom (<= 1 million), which can be handled by a dual-CPU 

workstation.  

 Advantage Disadvantage 

FDTD Broadband response in the frequency 

domain by a single simulation 

1. Regular Cartesian mesh 

2. Only applied to 

electromagnetic problems 

FEM 1. Non-regular tetrahedral adaptive mesh 

2. Able to couple with multi-physics 

Complicated algorithms 

Table 1. Comparison between FDTD and FEM methods 

 

  The other method we would like to introduce is FDTD that simulates electromagnetic 

response in the time domain. FDTD is first proposed by Yee dedicated to solving 

Maxwell’s equations in isotropic media110 and have developed over the past decades106. 

Basically, a FDTD algorithm approximates the differential form of the time-dependent 

Maxwell’s equations into the difference form by discretizing space and time into a 

lattice with a spatial step a and temporal step t. Then it sets up the sources and boundary 

conditions, and it can solve the discretized fields in space and time step by step. The 

principle makes it relatively easy to implement FDTD but limits the spatial grid to be 

Cartesian (see Figure 2b). Thus, it is difficult to accurately simulate complicated 

boundary configurations with FDTD. Although FDTD is a time-domain based method, 

a frequency domain spectrum can be easily calculated by Fourier transform (FT) of a 

single time-domain result, rather than multiple single-frequency simulations in the 

frequency domain. This means it can be very fast for small scale configurations. In our 
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research, we use the commercial FDTD package Lumerical for our electromagnetic 

simulation. In Lumerical, a time-domain pulse is usually set as excitation source and 

the spectral bandwidth of interest can be conveniently defined by the pulse width. 

  Figure 2 shows the comparison of spatial discretization for modeling a nanostructure, 

and the key difference is Cartesian discretization (FDTD) and tetrahedral discretization 

(FEM). Table 1 is a brief comparison between FDTD and FEM. This comparison table 

outlines the key points that concern our research instead of presenting a very 

comprehensive comparison, because the advantage/disadvantage of a computation 

method largely depends on the type of a specific problem. For example, neither FDTD 

nor FEM is ideal for nano-optical scattering problems108. 

 

1.4 Overall structure 

  The rest of the dissertation is organized as follows. 

  Chapter 2 presents our work on acoustic phonons and electron–phonon coupling in 

nano-heterostructures (published48). We simulate the fundamental breathing modes in 

the bimetallic heterostructures and reveal that the interfacial coupling leads to the 

unique features in the evolution of phonon spectra. Based on the simulation, we 

experimentally demonstrate the ultrafast optical generation of coherent phonons and 

study interfacial phonon interaction at the nanoscale. Electron-phonon coupling is also 

discussed in a complex core-shell nanostructure.  
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  Chapter 3 proposes an all-optical method to coherently manipulate acoustic phonons 

in nanoscale samples (published111). We first examine the feasibility of different 

coherent manipulation schemes with FEM simulation and demonstrate that sequential 

application of impulsive excitations of acoustic phonons can be used to control phonon 

modes in a coherent and highly selective manner. Then we experimentally demonstrate   

clear modulation of the fundamental phonon modes in a single-pulse control scheme 

and more selective control of different higher-order phonon modes in a dual-pulse 

control scheme, agreeing well with the FEM simulations. 

  Chapter 4 introduces applications of metamaterials to thermal management, 

particularly in the context of textiles and passive cooling of a human body. We consider 

the structural dependence of the mid-infrared (MIR) emission properties of simple 

micro-arrays computationally and experimentally. And we further study the emission 

properties of the patterned fiber arrays in a fabric yarn and the round-cross-section yarn 

arrays consisting of patterned fiber arrays. To obtain a more comprehensive 

understanding of the metamaterial-based textile in real life, imperfect arrays are also 

studied by introducing randomness into the structures. 

  Chapter 5 presents our work on cooperative chirality in an inorganic system 

incorporating crystallographic and geometric chirality (published112). In the beginning, 

a general model is introduced about the cooperative chirality originating from the chiral 

interaction at different levels in a hierarchical system. Meanwhile, our synthesis efforts 

on various α-HgS-based chiral nanomaterials will also be briefly discussed. Then we 

present the basic electromagnetic theory of chiral materials and show how to calculate 
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the response of a chiral object in the FEM package. Eventually we study the cooperative 

chirality in α-HgS nanoparticles by experimental CD spectroscopy and simulation.  

  Chapter 6 summarizes the dissertation and outlines some future research. 
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Chapter 2: Coherent phonon generation and interfacial phonon 

interaction at the nanoscale 

 

 

2.1 Introduction 

  Precise engineering of phonon-phonon (ph-ph) and electron-phonon (e-ph) 

interactions by materials design is essential for an in-depth understanding of thermal, 

electrical and optical phenomena as well as new technology breakthroughs governed 

by fundamental physical laws. Due to their characteristic length scale, the ph-ph and e-

ph interactions can be dramatically modified by nanoscale spatial confinement, thus 

opening up opportunities to finely maneuver underlying coupling processes through 

the interplay of confined size, fundamental length scale and interface. We have 

combined ultrafast optical spectroscopy with a series of well-designed nanoscale core-

shell structures with precisely tunable interface to demonstrate for the first time 

unambiguous experimental evidences of coherent interfacial phonon coupling between 

the core and shell constituents. Such interfacially coupled phonons can be impulsively 

excited through the e-ph interaction, in which the critical e-ph coupling constant is 

further shown to be monotonically controlled by tuning the configuration and 

constituent of core-shell nanostructure. Precise tunability of elemental physics 

processes through nanoscale materials engineering should not only offer fundamental 

insights into different materials properties but also facilitate design of devices 
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possessing desirable functionality and property with rationally tailored nanostructures 

as building blocks. 

 

2.2 Simulation of phonon modes 

 
Figure 3. FEM computation of phonon modulation through acoustically mismatched 

interface in an Au-Ag core-shell nanostructure. (a) (Top) Schematic core-shell model 

with interface highlighted by a white dash-dot curve. Red and blue arrows represent 

lattice vibrations of the core and shell, respectively. The 𝑅𝐶 represents the radius of the 

core, and 𝑥 is the radial coordinate. (Bottom) Computed radial stress field distribution 

of the 𝑛 = 0 phonon mode in a core-shell nanostructure consisting of 3.8 nm-diameter 
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Au core and six monolayers of Ag shell. The core-shell interfacial position is 

highlighted by a red dash-dot line. When the aspect ratio of a core-shell nanostructure 

is varied, its interface will evolve through weak and strong stress field. (b) (Top) 

Dependence of the computed 𝜂𝑛 on the aspect ratio of an Au-Ag core-shell for the 𝑛 =

0, 1 and 2 phonon modes. In this computation, the Au core size remains the same, while 

the Ag shell thickness is varied to tune its aspect ratio. For the 𝑛 = 2 mode, four 

selected aspect ratios at the crossing points of 1, 2, 3 and 4 are highlighted to feature 

the oscillatory behavior of the 𝜂2 . (Bottom) Corresponding two-dimensional lattice 

displacement at the crossing points of 1, 2, 3 and 4. The white dash-dot circle represents 

the core-shell interface. 

 

Figure 3a shows one schematic core-shell model with highlighting the role of the 

interface between two different nanoscale constituents. In particular, we have 

employed a complex concentric Au-Ag-Pt core-shell-shell system with precisely 

tailored structural parameters as a model system to explore nanoscale interfacial 

phonon modulation and its intrinsic e-ph coupling. The Au-Ag-Pt core-shell-shell is 

chosen based on the following considerations: (1) Au, Ag and Pt exhibit identical lattice 

structure (face-centered cubic) with similar lattice constants, which can significantly 

reduce structural mismatch during the growth113; (2) The acoustic impedance mismatch 

among these three elements can be up to 50%, which can strongly modulate acoustic 

phonon spectra and modify corresponding e-ph and ph-ph interactions within a 

heterostructure114; (3) while bulk Au and Ag possess a moderate difference in the e-ph 

coupling constant (G), the G value of bulk Pt is about two-orders of magnitude larger 

due to the very high density of electrons at the Fermi level (Ef) with almost full d 

bands115,116; and (4) Experimentally a universal synthetic strategy has been recently 

achieved to allow a uniform growth of the concentric core-shell nanostructures with 

precise control of the shell thickness at the monolayer level25. We would like to lay 

emphasis on the fact that even though there exist a few optical studies on acoustic 
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phonon features of bimetallic core-shell nanostructures (including various Au-Ag 

nanostructures)117-121, none of the existing reports so far has provided explicit evidence 

of interfacial phonon coupling, and part of the reasons might be due to a lack of 

meticulous materials control as well as low-noise optical measurement that can allow 

to reveal features of higher order phonons. To that end, precise materials engineering 

should be a prerequisite for accurate tailoring of intrinsic physics property with 

unambiguous interpretation of experimental results.  
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Figure 4. Dependence of normalized frequencies 𝜂𝑛 of Au-Ag core-shell on its aspect 

ratio. The normalized frequencies, 𝜂𝑛 of the 𝑛th-order radial modes of the Au-Ag core-

shell nanoparticles (thick solid color curves: 𝑛 = 0 (black), 1 (magenta), 2 (olive) and 

3 (cyan)), solid Au nanoparticles with zero-stress boundary condition (thin red solid 

lines), solid Au nanoparticles with zero-displacement boundary condition (thin red 

dashed lines), Ag nanoshells with zero-stress boundary condition (thin blue solid 

curves), and Ag nanoshells with zero-displacement boundary condition (thin blue 

dashed curves). 
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Figure 3a shows an exemplary lattice stress field distribution in a core-shell 

nanostructure with highlighting the relative location of the interface. This plot is 

computed under excitation of the n=2 acoustic phonon mode of a core-shell structure 

consisting of 3.8nm-diameter Au core and six monolayer Ag shell by employing finite 

element method (FEM). Two local stress minima and maxima along the radial direction 

can be identified for the n=2 phonon mode, whose placements evolve with the 

composition and configuration of a core-shell structure. As a result, when the core-shell 

configuration is varied by for example increasing the shell thickness while maintaining 

constant core diameter (i.e., the core-shell interface remains the same), the stress 

minimum and maximum will evolve through its interface continuously, leading to weak 

and strong interfacial phonon coupling between the core and shell’s acoustic phonons, 

respectively (see also Figure 4 and Figure 5). For example, the core nanoparticles can 

be fully engaged to the lattice vibration of the shell if the maximum stress occurs at the 

interface. The intriguing phonon coupling between the core and shell modes is thus 

expected depending on the stress field at the interface, which can result in novel phonon 

features absent in the single component plain solid nanoparticles or nanoshells on the 

disengaged core nanoparticles122-124. Figure 3b shows evolution of normalized phonon 

frequencies of n= 0 to 2 modes of the Au-Ag core-shell with its aspect ratio, which is 

defined as the ratio of its overall size (R0) to the core size (Rc). The normalized 

frequency n of the nth-order phonon mode is defined as n=(2fnR0)/cl,shell, where fn 

and cl,shell are the vibrational eigen-frequency and the longitudinal sound speed of the 

shell, respectively. One unique feature immediately arising in the computed phonon 

spectra is that for higher order nth phonon mode (n>1), the n manifests oscillatory 
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behavior when the aspect ratio is varied, that can be attributed to the radial evolution 

of the interfacial stress field by the lattice vibration, as depicted in the Figure 3b. Figure 

3b also illustrates radial lattice displacement of the Au-Ag core-shell under excitation 

of n=2 phonon mode at the four different aspect ratios of 1.24, 1.58, 2.22 and 3.46, 

respectively. It can be seen that the points 1 and 3 possess zero lattice displacement at 

the interface, while the points 2 and 4 correspond to continuous interfacial lattice 

motion (see also Figure 5). Therefore, investigation of higher order (n>1) phonon 

modes as well as their dependence on the aspect ratio in a core-shell geometry should 

be critical in order to provide unambiguous evidence of interfacial phonon coupling, 

but typically requiring extreme detection sensitivity of phonons due to their weak 

vibration intensity. Correspondingly, this nanoscale interfacial engineering can thus 

offer an opportunity to tailor the phonon spectrum but requiring sophistic materials 

design to precisely tailor relative position of the core-shell interface in a desirable 

manner. 
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Figure 5. Computed stress field distribution along radial direction of the core-shell 

nanostructures for the n=2 phonon mode. The core-shell structures presented here 

correspond to the crossing points 1, 2, 3 and 4 in Figure 3b and Figure 4, in which the 

size of core remains the same (3.8 nm) while the shell thickness is varied for different 

aspect ratio. The curves are vertically shifted for clarity. The red dash-dot line 

highlights the interface position of the core-shell nanostructures. 
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2.3 Experiment 

 

Figure 6. Static and time-resolved optical spectra of Au-Ag-Pt core-shell-shell 

nanostructures. (a) Evolution of optical spectroscopy of Au-Ag-Pt samples with same 

Au core size (3.8  0.2 nm in diameter) but variation of Ag and Pt shells. Dark red for 

plain Au core nanoparticles; orange for one monolayer of Ag shell; pink for two 

monolayers of Ag shell; purple for six monolayers of Ag shell; blue for nine 

monolayers of Ag shell and one monolayer of Pt shell. The surface plasmon resonance 

peak intensity is normalized to the unit for comparing peak position. Such shell-

dependent optical property of Au-Ag-Pt core-shell-shell can also be visually identified 

from corresponding solution color. (b) Schematics of pump-probe experiment with 

core-shell nanostructure. Right diagram shows equilibrium electron distribution of 

nanostructures (black line) and the perturbed one after absorption of pump pulse (Ep) 

(red dashed line). (c) A typical normalized experimental time-resolved spectrum 

showing the optical transmission change (T/T) as a function of time delay of the probe 

pulse (tprobe) in the Au core (3.8 nm)- Ag shell (6 monolayers). The data was recorded 

at laser energy density of 2.54  106 Jm-3. 

 

  Recent advancement of bottom-up synthetic approaches has allowed precise 

engineering of various concentric core-shell nanostructures at the accuracy of a 

monolayer level (for example, layer-by-layer silver growth on top of gold 
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nanoparticles)39, thus making such structure ideal for exploring coherent modulation of 

phonon spectra, as predicted in Figure 3. Figure 6a presents a layer-by-layer evolution 

of optical property of Au-Ag-Pt core-shell-shell nanostructures, highlighting precise 

monolayer control of shell components in our samples (see Figure 7). While the plain 

Au core nanoparticles show a clear surface plasmon resonance feature in the visible 

regime, a gradual blue shift of this optical resonant peak occurs upon the growth of Ag 

shell due to the synergistic effect, and the surface plasmon resonance feature of core-

shell becomes dominantly contributed from the silver shell once the shell reaches six 

monolayers. Moreover, we observe that continual growth of outmost Pt shell can lead 

to even more dramatic effect on the overall optical property by showing considerable 

blue shift of the surface plasmon resonance energy with broader linewidth. To ensure 

sample quality in our measurement as well as to interpret our data unambiguously, we 

have also carried out TEM characterization after every ultrafast laser spectroscopy 

measurements. We confirm that under our experimental condition, we have not 

observed any sample change due to laser-induced annealing/alloying117. The high 

sample quality as well as precise monolayer tunability of structural configuration 

makes it feasible to explore interfacial coherent phonon coupling in a systematic 

manner. 

 To explore dynamic fundamental coupling interactions involving electron and phonon, 

we have employed femtosecond time-resolved spectroscopy with temporal resolution 

of ~70fs that can impulsively excite electron and phonon on a time scale shorter than 

the related energy redistribution (typically in the range of ps) and represents an ideal 

tool for direct time domain investigations of related elementary scattering 
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processes17,22,23. Figure 6b illustrates a schematic two-color time-resolved spectroscopy 

measurement with core-shell nanostructure, with a typical experimental trace of time-

resolved optical transmission change (T/T) shown in Figure 6c. Because the size of 

the core-shell nanostructures is much smaller than the laser focus volume (50 μm in 

diameter), the excitation of the core-shell structures should be considered uniform in 

our experiment42. As shown in Figure 6c, the inter-correlated energy transfer processes 

with different scattering interactions can therefore be identified according to their 

characteristic time scales: For the short time delay tprobe < 0.2ps), behavior of T/T 

(i.e., a rapid increase of the signal) is mainly dominated by the electron-electron (e-e) 

scattering mechanism to equalize the temperature of the non-equilibrium conduction 

electrons after the pump excitation; this process is followed by a fast exponential decay 

(0.2 < tprobe < 5ps) that can be attributed to the energy exchange between electrons 

and phonons (lattice vibration) mainly through the e-ph coupling interaction with a 

certain decay constant; the impulsive excitation of phonon from the e-ph coupling thus 

contributes to a longer time scale decay characteristics tprobe > 5ps) based on the ph-

ph interaction as well as the energy dissipation from the nanostructures to the local 

environment. 
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Figure 7. Layer-by-layer engineering of Au-Ag-Pt core-shell-shell structures. TEM 

image of (a) pure 3.8nm-Au nanoparticles. (b) Au-Ag (6 layers) core-shell 

nanoparticles. (c) Au-Ag (9 layers)-Pt (2 layers) core-shell-shell nanoparticles. (d) 

Ensemble EDS spectra of the Au-Ag-Pt core-shell-shell nanostructures shown in 

Figure 6a. To compare relative intensity of Ag (blue arrows), Au peaks (red arrow) are 

normalized to possess the same intensity for all shell thickness due to constant core size 

in experiment. 

 

  A clear oscillatory component at a longer time delay can be seen in Figure 6c, which 

is due to impulsively launched the acoustic phonon modes via the e-ph coupling 

interaction as described above. Because of the isotropic morphology of the core-shell 

nanostructures as well as the homogeneous laser excitation, these low-frequency 

phonon vibrations can be assigned to a symmetric radial expansion and contraction of 

lattice after gaining energy from electron excitation. The optical property of the core-

shell nanoparticle can therefore be modulated by the mechanical motion of the lattice, 

offering the detection mechanism of acoustic phonon modes in a time-resolved optical 
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spectroscopy. This provides valuable insights of the fundamental breathing modes of 

acoustic phonon vibration17,22,23. 

 

2.4 Analysis and discussion 

To explore interfacial phonon coupling as demonstrated in Figure 3, we have 

synthesized a series of the Au-Ag core-shell nanostructures with tunable aspect ratios 

(and thus tailored relative position of the core-shell interface) by maintaining the size 

of the Au core constant while varying the thickness of the Ag shell layer-by-layer. The 

evolution of phonon dynamics with the aspect ratio of the Au-Ag core-shell is 

summarized in Figure 8a. We have also carried out control experiments with plain solid 

Au and Ag nanoparticles, and presented the results on the top and bottom of the color 

map, respectively, for comparison with the core-shell structures. A few key features of 

the acoustic phonon dynamics of the core-shell nanostructures can be identified: (1) 

The oscillation frequencies of the Au-Ag show dependency on its aspect ratio. The 

frequencies increase layer-by-layer as the aspect ratio of sample increases; (2) The 

frequency of fundamental breathing modes manifested in the Au-Ag core-shell 

nanostructures is much higher than those of both plain solid Au and Ag nanoparticles 

in the whole range of aspect ratio that we have investigated, suggesting existence of 

interfacial phonon coupling between the core and shell constituents; and (3) The 

recorded oscillatory pattern from one single Au-Ag core-shell shows beating 

characteristics, which suggests that more than one phonon mode might be present. 
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Accordingly, the observed oscillation trace can be fit well with a phenomenological 

response function125:  

𝐷(𝑡) = ∑ 𝐷𝑛𝑒
−

𝑡
𝜏𝑛 cos(

2𝜋

𝑇𝑛
𝑡 + 𝜙𝑛)

2

𝑛=0

 

where Dn, n, n, and Tn are amplitude, decay time, phase and oscillation period of the 

nth-order radial phonon mode, respectively. We have observed that for most of the Au-

Ag core-shell samples more than one frequency is typically required for a good fitting 

to the experimental data (Figure 8a). The existence of multiple radial phonon modes as 

well as their evolution with aspect ratio can be further revealed by the Fourier transform 

(FT) spectra of time-resolved data, as presented in Figure 8b. Three distinct phonon 

vibration frequencies can be identified for most of the Au-Ag core-shell structures, and 

be attributed to the n= 0, 1 and 2 radial phonon modes, respectively. To compare with 

our FEM simulation, we have normalized as-measured phonon frequencies for 

different phonon modes in Figure 8c. 
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Figure 8. Observation of the interfacially coupled acoustic phonon modes in the Au-

Ag core-shell nanostructures. (a) (Top) Color map of the phonon oscillation modulation 

in the recorded (T/T) data, showing its dependence on the aspect ratio of a core-shell 

nanostructure. For comparison, the results of 3.8nm diameter plain solid Au 

nanoparticles and 9.5nm- diameter plain solid Ag nanoparticles are also presented in 

the bottom (below the red dash-dot line) and top (above the red dash-dot line) of the 

color map, respectively. All data are processed and presented by removing residual 
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exponential background contributed from the e-ph scattering process. (Bottom) The 

time-resolved data acquired from the sample with six layers of the Ag shell is shown 

(blue circle), which corresponds to the black dashed cross section in the two-

dimensional color map. The red solid line is a fit (D(t)) to this experimental data. (b) 

(Top) Color map of the FT spectra of the time-resolved data shown in (a), highlighting 

the presence of three distinct phonon frequencies as well as their dependence of the 

aspect ratio of a core-shell nanostructure. The red dashed, blue dot and yellow dash-

dot lines are guides to eye for three distinct frequencies assigned to the n=0, 1, and 2 

modes, respectively. (Bottom) A typical FT spectrum of the time-resolved trace 

presented in the bottom of (a). (c) Comparison of experimental n with the computed 

values presented in the Figure 3b (the data in the Figure 3b are re-plotted here for the 

comparison purpose). The red, blue and magenta symbols are experimental values of 

the n=0, 1, 2 radial acoustic phonon modes, respectively. The error bar of experimental 

data is determined by Lorentzian fitting to the FT peak at different phonon frequencies. 

Computed three-dimensional lattice motion of the core-shell structures under excitation 

of different phonon modes are also illustrated on the side with the core-shell interface 

highlighted by a white dashed curve. The black arrow highlights lattice displacement 

direction. 

 

 Importantly, the dependence of the experimental normalized phonon frequencies on 

the aspect ratio follows our FEM simulation and manifests oscillatory characteristics 

for n=1 and 2 modes as predicted. This provides for the first time a clear evidence of 

existence of coherent interfacial phonon coupling between the core and shell 

constituents and reveals how the spatial confinement and the nanoscale interfacial 

coupling of phonons can be utilized to engineer the phonon spectrum. We have also 

noticed that there exists a small deviation between our measured values of phonon 

frequencies and the computed ones. While more experiments and modeling are needed 

to fully elucidate such deviation, there exist a couple of possibilities: (1) Bulk 

mechanical parameters are employed in our FEM calculation. However, it has been 

shown that nanoscale structures possess modified mechanical properties, including 

Young’s modulus and Poisson’s ratio126,127. (2) The surface/interfacial tension in such 

small-sized particles due to the non-coordinating atoms and the mismatched interface 
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may also contribute to the deviation128. (3) Classical continuum mechanics model is 

employed in our FEM simulation. While this classical model has been demonstrated to 

be sufficient for large-size nanostructures, correction at the very small length scale 

might be necessary to elucidate full phononic features129,130. Particularly, in our 

experiment the core-shell nanostructures with a thinner shell manifest a larger deviation 

from the theoretical values, as compared with that from samples with the thicker shells. 

This becomes more prominent for the n=2 mode. Overall, the agreement between our 

experiment and simulation as demonstrated in Figure 8c suggest that our modeling has 

addressed the essence of the nanoscale interfacial phonon coupling. Because the 

acoustic phonon vibrations bear a unique signature of their structural and mechanical 

characteristics, more thorough systematic study in the future should offer valuable 

insight of extreme quantum limit of mechanical and phononic interactions at the 

nanoscale that could be challenging to study otherwise. 
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Figure 9. Layer-by-layer tuning of e-ph coupling constant in the Au-Ag-Pt core-shell-

shell nanostructures. (a) Data (below 5 ps) from sample with six layers of silver shell 

(blue circle). Red solid line: theoretical fitting with two-temperature model. From 

fitting, e-ph can be determined. (b) Experimental EAED dependence of e-ph. Red line is 

a linear fit to data. (c) Dependence of Geff on molar ratio of shell and core. Molar ratio 

is determined from EDS measurement as shown in Figure 7c. Up and down triangles 

are experimental data, and blue and green solid lines are calculated Geff. 

 

As shown in the Figure 6c, the observed interfacial phonons are impulsively launched 

via the e-ph coupling process. We have further quantized this process based on the 

framework of a two-temperature model, and if only conduction electrons near Ef are 

excited (i.e., under weak perturbation regime as illustrated in the Figure 6b) that 
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typically occurs in our experiments (see Methods) the e-e and e-ph scattering processes 

can be quantized as follows116: 
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where H(t) is the Heaviside function, A and B are fitting parameters that represent 

contributions from different scattering processes, e-e is the decay time constant due to 

the e-e scattering and 0 is cross correlation width of pump and probe laser pulses. The 

first term in the equation describes purely electronic response which rises with time 

constant e-e and decays by electron energy transfer to phonon with effective e-ph 

coupling time constant e-ph; and the second term describes the energy gain of phonon 

rising with e-ph. The e-ph can be further found to be related to absorbed pump-laser 

energy density (EAED) with a linear relationship as23: 0
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where  is the electron heat capacity coefficient and T0 represents room temperature. 

Our experimental data in Figure 9a shows excellent agreement with the two-

temperature model, and importantly e-ph obtained from fitting of T/T shows predicted 

linear dependence on EAED, yielding the effective G value (Geff) of core-shell structure 

(Figure 9b). We summarize experimental results of Geff from different shell layers in 

Figure 9c. A few features can be immediately addressed: (1) the Geff shows monotonic 

increase as the Ag shell thickness increases; (2) the outgrowth of Pt shell can 

significantly enhance the Geff factor (one-order larger) as compared with the values of 

Au-Ag core-shell; and (3) the Geff of Au-Ag-Pt also shows monotonic increase as the 

molar ratio of Pt increases. In order to gain insights of observed tendency of Geff in 
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artificial core-shell nanostructures, we assume that relative contribution of different 

component to the Geff mainly depends on the number of available electronic states at 

the Ef 
115,116, and we find that under first order approximation Geff can be expressed as: 

𝐺𝑒𝑓𝑓 = ∑ 𝛼𝑖𝐺𝑖𝑖 , where Gi, 𝛼𝑖 =
𝑀𝑖(𝑁𝐸)𝑖

∑ [𝑀𝑗(𝑁𝐸)𝑗]𝑗
, (NE)i and Mi represent e-ph coupling 

constant, fraction of electronic states at Ef, density of state at Ef, and molar ratio of ith-

component in an artificial core-shell-shell nanostructure, respectively. Because Mi can 

be experimental determined from EDS measurement (see Figure 7), theoretical Geff can 

thus be calculated and compared with our experimental data, as shown in Figure 9c. 

Qualitatively, our observed tunability of Geff in artificial Au-Ag-Pt nanostructures 

follows theoretical prediction, suggesting that the desired G constant of a nanostructure 

should be able to be achieved by judiciously tailoring its architecture and composition. 

 

2.5 Conclusion 

  In summary, we have demonstrated interfacial acoustic phonon coupling by 

investigating a well-defined concentric core-shell nanostructure, and the unique 

oscillatory modulation of higher order phonon spectra (n≥1) due to the core and shell 

ph-ph interaction has been unambiguously confirmed for the first time. Furthermore, 

fundamental e-ph coupling constant of complex core-shell nanostructures can be 

measured, and is found to be monotonically tailored by layer-by-layer engineering of 

shell thickness and constituent. All these results together have important implications 

in several fronts.  
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  First, phonon engineering is the basis for understanding material properties and for 

designing nanostructures to address specific need. By combining with recent materials 

advances in fine synthetic control of various complex hybrid hetero-nanostructures37,38, 

nanoscale interface can be tailored in a highly controllable manner through different 

combination of acoustic characteristics, which might lead to phonon spectrum by 

design. 

  Second, our experimental approach for probing interfacially modulated e-ph and ph-

ph scattering processes is based on ultrafast spectroscopy with very fine temporal 

resolution. This should allow combining recent advance in shaped ultrafast optical laser 

pulses and multiple coherent optical excitation scheme to achieve fully optical control 

of interfacial quantum states and dynamic process at the nanoscale131.  

  Lastly, precisely tailored multimodal nanostructures represent a class of important 

building blocks for various functional device applications involving electron and 

phonon interactions. This may lead to optimum phononic devices with rationally 

designed nanostructures in photothermal therapy132, chemical reactions133, thermal 

energy management12, and ultrasensitive molecular and biological sensing23,134. 
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Chapter 3: Coherent discriminatory modal manipulation of 

acoustic phonons at the nanoscale 

 

3.1 Introduction 

  Understanding and controlling phononic characteristics in solids is crucial in order to 

elucidate many physical phenomena and to develop new phononic devices with 

optimum performance. While substantial progress on spatial control of phonons by 

materials design has been achieved in the past, manipulation of phonons in the time- 

domain has been less studied, which can enable in-depth insight into various phonon-

coupling processes.  

  Herein, we have utilized a recently developed bimetallic core-shell nanostructures 

whose phonon modes can be precisely tailored through acoustically mismatched core-

shell interface39,48, as a model system to demonstrate feasibility of discriminatory 

multimodal manipulation of phonons at the nanoscale. We have first demonstrated by 

FEM simulation that sequential application of impulsive excitations of acoustic 

phonons can be employed to control phonon modes in a coherent and highly selective 

manner. From the classical perspective, such phononic control schemes can be 

understood as the constructive and destructive interference of multiple impulsively 

excited phononic waves, with prediction of monotonic modulation of phonon 

vibrational amplitude by varying time interval between them. Importantly, when a dual 

control pulse scheme is employed, different phonon modes can be selectively enhanced 



 

39 

 
 

or annihilated by controlling combination of two sequential control pulses. 

Experimentally, such coherent discriminatory multimodal phonon manipulations 

should be achievable by designing and employing a set of femtosecond optical pulses 

in an ultrafast optical study.  

  In our current work, we have further demonstrated in experiment both monotonic 

modulation of fundamental phonon mode in the simple single control pulse scheme and 

more selective control of different higher-order phonon modes in a complex dual 

control pulse scheme, agreeing well with the FEM simulations. This work highlights 

the feasibility of in-situ ultrafast phonon control in a highly selective manner in the 

time domain, thus opening up new exciting avenue to understand and even manipulate 

phonon-mediated physical and chemical processes with penetrating insight of roles of 

specific phonon modes, when integrating with other experimental techniques135-138, 

which will be very challenging otherwise. 

 

3.2 Simulation 

  Figure 10a shows schematic coherent phonon control in the time domain, from the 

wave perspective. Phonon vibrations can be impulsively launched in a nanoscale 

atomic lattice with broadly distributed modes (denoted by n = 0, 1, 2..., where n is the 

quantization mode number), possessing distinct frequencies, phases and amplitudes. 

Typically, the fundamental mode (n= 0) possesses large vibrational strength as 

compared with higher-order modes (n> 0) in a broadband phonon excitation. Following 

this initial phonon excitation, a second short pulse (termed “control pulse”) can be 
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introduced to coherently interact with the existing phonon vibrations, leading to a 

redistribution of the mode energy. When the width of the excitation and control phonon 

pulses is short enough, the relative phase of specific phonon mode under sequential 

excitations can be precisely tuned, leading to modal enhancement or annihilation. This 

wave perspective and phase control concept can in principle be further extended to a 

more complex and selective phonon manipulation by designing an advanced sequence 

of independent phonon pulses. 

 

Figure 10. FEM simulation of discriminatory modal phonon manipulation. (a) 

Schematic of coherent discriminatory phonon manipulation by impulsive phonon 

excitation. (b) Model of a core-shell nanostructure to allow precisely engineered 

phonon spectrum that can be desirable for phonon manipulation. (c) FEM computed 

phonon control via the single control pulse scheme. Two-dimensional map of phonon 

vibrational dynamics is plotted by varying ∆tcon of control pulse with respect to the 

initial phonon excitation at t= 0. The color bar is the normalized phonon intensity (to 

maximum phonon amplitude). (d) FEM computed phonon control via a dual control 
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pulse scheme. Two-dimensional FT amplitude maps of FEM computed phonon 

dynamics after application of two sequential control pulses are plotted for three distinct 

phonon modes, respectively. For clarity purpose, the FT amplitude maps of n = 1 and 

n = 2 modes are shifted up vertically by two and four units, respectively. 

 

  It has been shown that classical continuum mechanics with FEM simulation can be 

applied to nanoscale structures to understand their acoustic phonon characteristics, 

showing good agreement with experimental results48,139,140. Therefore, we have 

employed time-domain FEM simulation to implement and evaluate proposed phonon 

manipulation schemes illustrated in Figure 10a. Briefly, in our simulation, a uniform 

impulsive force with fs-pulse width is applied onto the nanoparticle with an isotropic 

elasticity to excite acoustic phonons, and its time-dependent surface displacement is 

computed and recorded as a signal of phonon vibrations. We have particularly chosen 

an Au-Ag core-shell nanostructure as a model system (Figure 10b) for our current work 

because prior work has demonstrated that this type of nanostructures can allow a 

precise engineering of a series of phonon modes via tailoring interfacial acoustic 

coupling48, thus representing an ideal system to demonstrate multimodal phonon 

manipulation as illustrated in Figure 10a. Figure 10c presents a computed two-

dimensional map of time-dependent phonon oscillation under the single control pulse 

scheme, in which a second impulsive phonon excitation (as control) is applied after 

initial excitation with a time interval of tcon. By sweeping tcon, a clear suppression 

and enhancement of phonon vibration can be observed, depending on the specific value 

of tcon. The Fourier transform (FT) analysis of computed time-dependent phonon 

dynamics has shown that the fundamental mode is dominant under such impulsive 

excitation, and a clear and strong modulation of this specific phonon mode is revealed, 
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while variation of higher-order modes is relatively weak under the single control pulse 

scheme (Figure 11). 

 

Figure 11. FT spectra of simulated phonon dynamics of Au-Ag core-shell nanoparticle 

in the single control pulse scheme. (a) A typical FT spectrum without application of 

control pulses. Phonons are launched by applying an impulsive force to nanoparticle; 

(b) Evolution of FT spectrum with tcon in the single control pulse scheme. Between 

plot curve and baseline (FT amplitude = 0), gray color is filled to enhance the visibility. 
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Figure 12. FT spectra of simulated phonon dynamics of Au-Ag core-shell nanoparticle 

in a double control pulses scheme. (a) Selected FT spectra of phonon dynamics with 

different combinations of tcon1 and tcon2. Black: No control pulses. Green: tcon1= 

0.56 ps and tcon2= 1.12 ps. Blue: tcon1= 6.0 ps and tcon2= 7.1 ps. Red: tcon1= 6.7 ps 

and tcon2= 8.2 ps; (b) Modulation of the interplay among three different phonon modes 

(n= 0, 1 and 2). FT peak amplitudes of different phonon modes are normalized to that 

of n=2 mode in order to highlight and compare different modulation of distinct phonon 

modes under different experimental conditions. Assignment of color code is the same 

as that in (a). Comparison among three control conditions and absence of control pulse 

confirms that amplification of specific phonon modes by selecting different 

manipulation conditions in a double control pulses scheme can be uniquely achieved. 

 

 We have further evaluated a more complex control scheme consisting of dual control 

pulses while the time interval of each control pulse relative to the initial excitation pulse 

(i.e., tcon1 and tcon2) can be independently tuned. A few exemplary maps of computed 

phonon dynamics under different combination of tcon1 and tcon2 are presented in 

Figure 12, showing more complicated phonon dynamic features in such a dual control 

pulse scheme. To evaluate effects on different phonon modes in this manipulation 
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process, we have computed and compared vibrational amplitudes of different phonon 

modes (n = 0, 1, 2) as a function of tcon1 and tcon2, and presented the results in Figure 

10d. For each phonon mode n, a periodic modulation of phonon vibration amplitude as 

a function of tcon1 and tcon2 exists, originating from the harmonic nature of the 

acoustic vibrations, but the modulation pattern shows a clear dependence on the phonon 

mode because of the difference in their inherent phonon frequencies. As compared with 

the computational results from the single control pulse scheme, one immediate 

implication of Figure 10d is that by judiciously selecting a combination of tcon1 and 

tcon2 one specific phonon mode can be enhanced or suppressed, leading to 

discriminatory modal control of phonons, or more general design of the phonon modal 

spectra consisting of merely desirable modes. Figure 13 shows a few examples to 

highlight such discriminatory modal control of n= 0, 1 and 2 modes, respectively, that 

can be enabled by choosing different combination of tcon1 and tcon2.  
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Figure 13. Simulated phonon dynamics of Au-Ag core-shell nanoparticle in a double 

control pulses scheme with different combination of tcon1 and tcon2 
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3.3 Experiment 

  Experimentally, there exist a few challenges in order to realize phonon control as 

illustrated and predicted in Figure 10: First, it requires an impulsive mechanism to 

excite phonons in a time scale much shorter than the related energy redistribution; 

Second, availability of multiple pulses with precise control of relative time separation 

is desirable in order to achieve tunability and gain understanding of the manipulation 

process; Third, an extremely sensitive and in-situ technique for probing variation of 

phonon dynamics in the time domain should be crucial while performing phonon 

manipulation; And last but not the least, from a materials standpoint it requires 

exceptional sample quality in order to achieve long enough phonon coherence time and 

suitable vibrational frequency to allow application of a pulse sequence before the 

occurrence of phononic decoherence.  
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Figure 14. Experimental all-optical setup and Au-Ag core-shell nanostructures for 

coherent phonon manipulation. (a) Schematic of all-optical experimental setup 

consisting of up to four sequential optical pulses in the time domain. In order to probe 

weak phonon signal, lock-in detection technique is applied by modulating different 

optical paths with different frequencies, fi (i= 1, 2, 3 and 4). (b) A typical TEM image 

of Au-Ag core-shell nanostructures consisting of Au core (3.8  0.2 nm) and four 

monolayers of Ag shell (0.9  0.2 nm). Scale bar, 20 nm. (Inset) High resolution TEM 

image highlighting the core and shell configuration. The red and yellow dashed lines 

are guides for the core- and shell- boundaries, respectively. Scale bar, 5 nm. (c) Typical 

normalized experimental differential optical transmission (T/T) as a function of time 

delay of probe (tprobe) that is acquired from the sample presented in (b). Impulsive 

phonon excitation and relaxation with characteristic time scale can be identified. (d) 

(Left) Experimental signal of phonon dynamics after 5 ps by subtracting data in (c) 

from exponential damping background. The red solid line is a fit with a damped 
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sinusoidal function of amplitude to this experimental data. (Right) The FT spectra of 

phonon oscillation traces presented on the left, showing the presence of three detected 

phonon modes highlighted by arrows. 

  Figure 14a shows a schematic of experimental pump-control(s)-probe setup based on 

femtosecond time-resolved spectroscopy. It has been demonstrated that the broadband 

impulsive excitation of phonons can be uniquely achieved by utilizing an ultrafast laser 

with extremely short pulse width through optical excitation of electrons at the Fermi 

energy followed by electron-phonon (e-ph) coupling process22,23,48,141. In our apparatus, 

up to four ultrafast coherent optical pulses with pulse width of ~70 fs can be 

sequentially delivered to the sample with independent control of their arrival time, and 

photon intensity and energy to undertake different roles as phonon excitation (pump 

pulse), phonon manipulation (control pulse(s)) and phonon detection (probe pulse), 

respectively. While pump and control pulses are always set to possess the same photon 

energy but with independently tunable power, photon energy of pump and probe pulses 

can be controlled to maximize phonon detection signal. Briefly, electronic temperature 

of sample is substantially increased and equalized shortly (less than 0.5 ps) after 

absorption of ultrafast photon pulse due to electron-electron (e-e) scattering. The 

energy of hot electrons can be redistributed and exchanged to atomic lattice typically 

within a few ps through e-ph coupling, leading to an impulsive excitation process of 

phonons. Furthermore, the coherently excited vibrational motion of lattice periodically 

oscillates the volume of nanostructures, modulating electronic and optical properties 

that can be detected by monitoring transient absorption/transmission trace and thus 

offering a detection mechanism of phonons in the time domain. The detection 

sensitivity can be dramatically improved by utilizing a lock-in technique with 
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differential frequency modulation of optical pulses. All these together can meet 

experimental requirement for phonon manipulation schemes presented in Figure 10. 

 

Figure 15. Impulsive optical excitation of acoustic phonons via e-ph coupling. (a) 

Typical time-resolved pump-probe data (below 5 ps). Blue circle: experimental data. 

Red solid line: theoretical fitting by using a two-temperature model: 
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where H(t) is the Heaviside function, A and B are fitting parameters that represent 

contributions from different scattering processes, 0, e-e and e-ph are cross correlation 

width of pump and probe laser pulses, decay time constants due to e-e scattering and 

e-ph scattering, respectively. (b) Experimental dependence of the e-ph on the absorbed 

pump-laser energy density (EAED). The e-ph is acquired from fitting as the example 

presented in (a). The red line is a linear fit to data based on two-temperature model. 

Our experimental observation agrees well with the proposed impulsive phonon 

excitation mechanism. 
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Figure 16. Characterization of sample after extensive optical measurement. Typical 

TEM image at the large scale. Scale bar, 20 nm. (Inset) High resolution TEM image. 

Scale bar, 5 nm. By comparing with Figure 14b, no sample damage (both sample 

distribution and core-shell structure) was observed after optical experiment. 

 

  We have employed the optical scheme in Figure 14a to Au-Ag core-shell 

nanoparticles that can possess intrinsic acoustic phonons with multiple modal 

frequencies in the regime accessible by optical method. Figure 14b shows a typical 

electron microscopy characterization of Au-Ag core-shell nanoparticles studied in 

current work, highlighting its size uniformity that is a prerequisite for optical generation 

and manipulation of multimodal phonons. Because the size of core-shell nanostructures 

is very uniform and much smaller than laser focus spot size (~50 m in our 

experiment), the impulsive optical excitation of nanostructures can be considered as 

uniform even under the far-field and ensemble measurement condition. Figure 14c 

shows a typical time-resolved differential optical transmission spectrum (T/T) with 

absence of control pulses, clearly highlighting the inter-correlated energy coupling 

process with different characteristic time scales suitable for the impulsive phonon 

excitation and phonon detection in the time domain. More detailed analysis of 
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impulsive phonon excitation through the e-ph coupling mechanism can be found in 

Figure 15. A clear oscillatory behavior after 5 ps can be identified after removing the 

fitted background signal with an exponential function (Figure 14d), and its 

corresponding FT spectrum unambiguously reveals existence of three detected phonon 

modes that can be assigned as the breathing phonon vibrations with n= 0, 1 and 2 (the 

even higher-order modes can barely be identified since their modal strength is 

extremely weak). This agrees well with the FEM simulation (Figure 11a), thus 

substantiating our modeling in Figure 10. To ensure that our optical observations and 

manipulations (as presented below) are not caused by photon induced damages due to 

optical heating or sample degradation, we have also checked sample quality regularly 

after optical measurements by TEM, and confirmed that we have not yet observed any 

evidence of sample change after current optical study (Figure 16). 
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Figure 17. Experimental phonon manipulation via the single control pulse scheme. (a) 

(Top) Schematic sequence of three optical pluses (pump-control-probe) in the time 

domain. (Bottom) Experimental two-dimensional map of time-resolved phonon 

dynamics (after 5 ps) as a function of tcon. For comparison, two phonon dynamics 

spectra acquired before and after application of control pulse are also plotted on the top 

and bottom of map, respectively. Two orange vertical arrows show the tuning range of 

tcon of the control pulse in this measurement. (b) (Left) Three selected traces from the 

map in (a) are presented: Red, no control pulse; Green, tcon= 9.25 ps; Blue, tcon= 9.87 

ps. Their corresponding positions in the two-dimensional map in (a) are also 

highlighted by arrows with same assignment of color code. (Right) Corresponding FT 

spectra of the three phonon dynamic traces shown on the left. For clarity purpose, the 

green and blue spectra are shifted up vertically by 0.06 and 0.28, respectively. 

However, scale of each spectrum remains unchanged in order to compare their peak 

amplitude. Three vertical dash-dot lines highlight the frequencies of n= 0, 1, 2 phonon 

modes.  
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  Figure 17 summarizes experimental results of implementation of one single control 

pulse scheme. Figure 17a is a two-dimensional map of phonon dynamics, when only 

the relative time separation between the control and pump pulses (∆tcon) is varied while 

other experimental parameters, such as pulse intensity, remain unchanged. A strong 

monotonic modulation of phonon oscillations as a manifestation of enhanced and 

reduced phonon amplitude can be clearly observed when ∆tcon is swept through one 

apparent oscillatory period, which qualitatively agrees well with the FEM simulation 

result (Figure 10b). It is worth noting that while suppression of the fundamental phonon 

mode of spherical metal nanoparticles was reported earlier18, dependence of phonon 

manipulation on ∆tcon has not yet been achieved, but is crucial in order for the in-depth 

understanding of phonon manipulation. In order to show  experimental relationship 

among different phonon modes under such single control pulse scheme, three selected 

time-domain spectra from Figure 17a and their corresponding FT spectra are compared 

in Figure 17b. By comparing with phonon dynamics in the absence of control pulse 

(red curve), phonon oscillation can be increased by about four times (green curve) or 

reduced to be almost untraceable (blue curve), depending explicitly on the pre-selected 

value of ∆tcon. Further comparison of their corresponding FT spectra uncovers fine 

difference among these three different phonon modes in the single control pulse 

scheme, in which the fundamental n= 0 mode is most dramatically modulated but not 

higher-order ones (see also Figure 18). This suggests that our single control pulse 

scheme can be applied to selectively amplify or suppress the fundamental phonon mode 

in a highly control manner without substantial perturbation of other higher-order 

phonon modes.  
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Figure 18. The autoscale plot of the blue colored FT spectrum presented in the Figure 

17b (right). The data confirms the complete suppression of n= 0 mode while both n= 1 

and n= 2 modes remain under the optical phonon manipulation with the single control 

pulse. 

 

  Because different phonon modes have different characteristics and roles in a phonon 

associated physical process, it would be necessary to manipulate not only the 

fundamental mode but also fine interplay between higher-order modes. To achieve 

coherent control of the finer interplay among different phonon modes, we have further 

developed a complex dual control pulses scheme as proposed in Figure 10d, with the 

results shown in Figure 19. The inter-pulse separations of the two control pulses, Δtcon1 

and Δtcon2, can be independently controlled relative to the initial pump pulse. The 

modulation of the phonon dynamics under such control scheme is much more 

complicated, and intuitively depends on the temporal combination of Δtcon1 and Δtcon2. 

While a thorough experimental understanding of synergistic interactions among such 

multiple optical excitations is still under investigation, a clear control of the fine 

interplay among different phonon modes can be evident from a few selective results 
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presented in Figure 19. The figure particularly highlights one example showing that in 

this series of phonon control, while the intensity of n = 0 phonon mode is continuously 

reduced, the intensity of n = 1 mode is enhanced in an opposite tendency. This is 

different from our observation of the single control pulse scheme, in which the 

fundamental n = 0 mode is dominantly modulated, thus showing the promising control 

of the fine interplay among phonon vibrations achievable in a dual control pulse 

configuration. By combining with prediction from Figure 10d, our experimental 

apparatus in Figure 14a should allow considerably flexible control of different phonon 

modes, that cannot be achieved otherwise. 

 

Figure 19. Experimental phonon manipulation via dual control pulse scheme. (Top) 

Schematic sequence of four optical pluses (pump-control-control-probe) in the time 

domain. (Bottom left) Three selected phonon dynamics spectra showing the effect of 

different combination of tcon1 and tcon2. Red: no control pulse. Magenta: tcon1= 7.56 

ps and tcon2= 7.68 ps. Wine: tcon1= 8.47 ps and tcon2= 8.74 ps. (Bottom right) 

Corresponding FT spectra of three data presented in the bottom left with same 

assignment of color code. For clarity purpose, the magenta and wine FT spectra are 

shifted up vertically by 0.08 and 0.12, respectively. However, the scale of each 
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spectrum remains unchanged to compare their peak amplitude. Three vertical dash-dot 

lines highlight the frequencies of n= 0, 1, 2 phonon modes. 

 

 

3.4 Conclusion 

  In conclusion, we have performed FEM simulation to evaluate different phonon 

manipulation schemes and show that distinct phonon modes of nanostructures can be 

manipulated in a coherent and highly selective manner by the judicious design of a 

sequence of impulsive phonon excitation. Experimentally, such impulsive phonon 

excitation sequence can be realized by a train of femtosecond optical pulses, and we 

have further designed and achieved different all optical coherent phonon manipulations 

with results qualitatively agreeing well with the FEM simulation. Importantly, we have 

revealed for the first time that the manipulation scheme consisting of dual control 

pulses should be enough to allow flexible control of phonon modes in a highly selective 

manner. Such all-optical phonon manipulation method is universal and can be readily 

applied to other materials, as long as their phonon decoherence time is long enough to 

allow application of pulse sequence.  

  Future work by fine control of a few other experimental parameters, including phase, 

photon energy, and intensity of control pulses should enrich such all-optical phonon 

control scheme. Our current simulation and experimental results of discriminatory 

modal manipulation of nanoscale phonons have immediately opened up a few exciting 

research opportunities.  
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  First, phonon vibration is one of the most important subjects in the field of condensed 

matter physics. Coherent manipulation of phonons in the time domain allows 

elucidation of different phonon relaxation and decoherence mechanisms in real time.  

  Second, while understanding roles of phonons in various processes has been 

intensively studied from both theoretical and experimental points of view, 

differentiation of distinct phonon modes specifically in the relevant process has been 

lacking mainly because of the absence of efficient experimental approach to manipulate 

phonon modes in a highly selective manner. Therefore, discriminatory modal 

manipulation of phonons enabled in our current work should shed the light to 

differentiate distinct roles of phonon modes. In particular, our phonon manipulation 

schemes are based on ultrafast all-optical approach. Ultrafast optical spectroscopy has 

also been employed to study a wide range of physical phenomena, including spin and 

exciton dynamics97,142-145, thus offering a seamless integration with all optical phonon 

manipulation in our current work to uncover roles of phonons and even control diverse 

phonon-assisted physical processes.  

  Lastly but not the least importantly, recent materials advance has allowed refined 

control of nanostructures with precisely engineered phonon characteristics23,37,38. 

Therefore, combining fundamental understanding of phonon modes with materials 

advances should lead to new design guideline of nanostructures to possess optimized 

property and functionality.  
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Chapter 4: Metamaterials for thermal management 

 

4.1 Introduction 

  Many species in nature have evolved elegant strategies to manipulate thermal 

radiation for heating and cooling purposes. For instance, Saharan silver ants possess 

triangular shaped hairs that can reflect near-infrared rays according to the position of 

the sun to efficiently dissipate heat56. Although a few artificial structures, including 

photonic crystals55, composite architectures57, and nanoporous polyethylene films54, 

have recently been designed and demonstrated to achieve radiative cooling, the 

integration of these approaches into practical textiles is challenging. Another limitation 

of these technologies is that they are non-responsive to environmental changes, lacking 

an effective mechanism to allow bidirectional heating and cooling regulation146-148. An 

approach that would allow the optical channels in textiles to be adaptively tuned in 

response to thermal discomfort without any additional power or device management 

could fundamentally improve the functionality of our clothing systems. 

   From the viewpoint of physics, the electromagnetic spectrum and wave propagation 

of thermal radiation can be engineered by controlling the interactions between 

conductive elements at length scales that are smaller than or comparable to the desired 

wavelength49,50,60. In the following sections, patterned pillar arrays at the micro-scale 

will be built up to show how the thermal emission properties of the metastructures can 

be tuned under the structural variation. Based on the idea, we further design fiber arrays 

that paves the way for tunable textiles with dynamic cooling in real life.  
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4.2 Micro-pillar structure as a mid-IR emitter 

4.2.1 Fabrication and measurement 

  To illustrate the proposed mechanism for regulating the emissivity of a textile, we 

fabricate a series of patterned arrays of carbon-coated polymer pillars with different 

inter-pillar pitch and investigate their IR response (Figure 20). The pillar arrays are 3D-

printed on a glass substrate from a negative-tone photoresist (IP-Dip) by DLW 

lithography (Nanoscribe Photonic Professional GT). A basal layer is printed beneath 

the array to improve adherence of the pillars to the glass. Each array is 135 × 135 μm2 

in size and each pillar was 4 μm in height and 1 μm in diameter, with varied pillar 

pitches. The printing is programmed to fit all arrays into the same field of view of the 

thermal imaging system used here. Each array is printed by scanning the laser beam in 

the galvo mode for a fast printing. The pillars are coated with a thin layer of gold or 

gold followed by carbon (both 200 nm in thickness) by sputtering.  
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Figure 20. Experimental demonstration of the pitch dependence of the emissivity for 

each pillar array. (a) SEM images of the fabricated pillar arrays. Left – SEM image of 

the array with varied pitch from left to right: 3.5, 4, 4.5, 5, 6, 7, and 8 µm. Right – a 

zoom-in SEM image of the array with a tilted view. (b) Measured radiance of the pillar 

arrays in (a) at 50 ºC using an infrared camera and a sample heating stage. Different 

colors indicate varied emissivity. 

 

  The pitch dependence of the emissivity is directly visualized using a microbolometer 

IR camera equipped with a 1.5× close-up IR lens. The sample is placed on a heating 

stage (T95-PE, Linkam Scientific Instruments Ltd.) to maintain a fixed temperature. 

and the camera is calibrated against standard blackbody sources. At a sample 

temperature of 150 °C, the thermal radiation from a series of carbon-coated pillar arrays 

shows a strong, non-linear dependence on the pitch between pillars (Figure 20b). The 

radiance is low for small-pitch arrays, maximizes at a pitch of ~6 µm, and then starts 

to drop as the pitch increases. This dependence remains consistent in the three replicate 



 

61 

 
 

rows and for different sample temperatures that are studied, although the absolute 

intensity changes with temperature as expected for blackbody radiators. 

  Meanwhile, Fourier-transform infrared (FTIR) spectroscopy in reflection mode is 

done to obtain the absorption spectra of the samples. The FTIR measurements are 

performed over a 7–22 μm wavelength range with a Bruker Vertex 70 FTIR 

spectrometer coupled with a Hyperion 1000 IR microscope, using a liquid N2-cooled 

mercury cadmium telluride detector. A Schwarzschild reflective objective (15×, 

NA=0.4) is used to focus the incident light and collect the reflected light.  Since the 

sample has a gold coating, there is no transmission through the sample, we have 

absorptance A = A(λ, T) = 1 – R, where R = R(λ, T) is the reflectance and λ is the 

wavelength and T is the sample temperature. Kirchhoff’s law of thermal radiation states 

that an object’s emissivity ελ = ελ(λ, T) equals to its frequency-dependent absorptivity, 

i.e. ελ = A = 1 – R58. Then the total emissivity can be obtained by numerical integration, 

𝜀(𝑇) =
𝐸(𝑇)

𝐸𝑏(𝑇)
=

∫ 𝜀𝜆(𝜆,𝑇)
∞

0 𝐸𝑏(𝑇)

𝐸𝑏(𝑇)
. 𝐸𝑏(𝑇) is the blackbody radiation only depending on the 

temperature and it can be determined by Planck’s law 𝐸𝑏(𝑇) =
2ℎ𝑐2

𝜆5

1

𝑒ℎ𝑐/(𝜆𝑘𝑇)−1
. Figure 

21a shows the total emissivity of each carbon pillar array evolves with the pitch of the 

pillars. 

  We also experimentally evaluate gold-coated pillars and compare their performance 

with that of the carbon-coated ones (Figure 21c). While the gold-coated pillar arrays 

also offer tunable emissivity, the resonant emissivity and tuning range are much smaller 

than for carbon-coated arrays. Hence, both thermal imaging and FTIR spectroscopy 

consistently reveal a strong nonlinear optical coupling effect among the carbon pillars 
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within an array. These sets of data provide a direct evidence that the pillar arrays’ 

property of radiative emission can be tuned by simply changing the pitch of the array. 

It suggests that structurally tunable patterned arrays can be utilized to improve thermal 

management by integrating the arrays into a cooling-demanding system. In the Section 

4.3, it will be discussed how fiber arrays (as in functional textiles) can utilized to 

improve passive cooling of a human body. 

 

 

Figure 21. Experimental measurements and FDTD simulation of the pitch dependence 

of pillar array absorption. (a) Experimentally measured FTIR absorptance spectra from 

each 3D printed array taken in reflection mode on a FTIR microscope. Note that for 
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both sets of curves, the center-to-center pillar distances, from left to right, are 5, 6, 7, 

8, 9, 10, and 12 µm, respectively. (b) Simulation results of the IR absorption of the 

carbon-coated pillar arrays. (c) Pitch dependence of emissivity of carbon/gold (blue 

dots and curve) and gold (red dots and curve) coated pillar array from FTIR absorptance 

spectra. 

 

4.2.2 Electromagnetic simulation 

  To confirm that the observed tunability of emissivity is indeed due to electromagnetic 

interactions among the carbon-coated pillars (as the meta-elements), we further 

perform finite-difference time-domain (FDTD) simulations based on structural 

parameters directly from the fabricated carbon pillar arrays.  

  The numerical simulations of the IR response of the pillar array and meta-textiles are 

implemented with a commercial FDTD package (Lumerical FDTD Solutions) that 

models the full-wave electromagnetic response of a specific object by discretizing and 

solving Maxwell’s equations. For the pillar arrays, a unit cell of the structure with 

periodic boundary conditions is simulated with a plane wave source in the transverse 

magnetic mode. The k-vector direction is 15º oblique with respect to the sample plane 

to fully simulate the focused beam under the objective in the FTIR microscope system. 

The pillar structure is 1 μm in diameter and 4 μm in height. The pillars were set with a 

constant refractive index of 1.5, and gold and carbon coatings were 200 nm thick each, 

with dispersive refractive indices149,150. The wavelength range of the simulation is 3.0–

25.0 μm. Our FDTD simulation results confirm that the IR absorption spectra follow a 

strong dependence on inter-pillar spacing, in an excellent agreement with the 

experimental measurements (Figure 21b), suggesting that the observed nonlinear 
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dependence of the thermal emissivity indeed arises from the electromagnetic coupling 

between the carbon coatings.  

 

4.3 Metamaterials for thermal management in textiles  

In the above section, the emissivity tuning has been demonstrated based on structure-

dependent electromagnetic coupling. If such electromagnetic coupling can be 

controlled at the fiber level it should be possible to achieve a smart meta-textile with 

dynamically adaptive IR optical properties. Herein, we propose a conceptual design of 

an IR adaptive textile by integrating metamaterial physics and nanotechnology in 

textiles to directly regulate their infrared emissivity for personal thermal management. 

Briefly, a meta-fiber functions via two key components: (1) a meta-element (typically 

conductive materials) that can be coated onto polymer textile fibers; and (2) an 

actuation mechanism that can respond directly to changes in temperature and/or the 

relative humidity of skin.  

 

Figure 22. FDTD simulation of the CNT coated fiber array in the close packing pattern. 

(a) Schematic setup for FDTD simulation of infrared absorption of a hexagonal array 

of fibers. The left part shows the excitation conditions (polarization and k-vector 

direction) and the right part shows six pillars of the array structure, in which the blue 
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core is PET fiber and the black shell is carbon coating. (b) Simulation results of the 

pitch, a, dependence of the emissivity. 

 

  In this section, we will focus on how much emissivity tunability it can achieve 

theoretically. More specifically, we set up FDTD models of the infinitely long carbon-

coated fiber arrays (Figure 22a) and consider light scattering and absorption among 

them. In this case, we simulate the optical response of a periodic array of parallel fibers 

with the incident light from the side (incident k-vector perpendicular to the fibers). The 

absorbing boundary conditions are applied for the direction of the incident field. For 

the two directions perpendicular to the light incidence, periodic boundary conditions 

are applied. The fibers have a 10 µm-diameter polyethylene terephthalate (PET) core 

and 200 nm-thickness carbon coating. In Figure 22b, when the fiber pitch is very small, 

the emissivity is very small, since the light wave is difficult to couple into the system. 

As the pitch (center to center distance of the fibers in the array) grows, the emissivity 

quickly increases to a high level. After the pitch extends, the emissivity starts to drop 

and becomes small when it comes to very large (> 300 µm) scale. Comparing Figure 

22b and Figure 21c, there are similar peaks in the plots of emissivity dependence on 

the fiber pitch, which provides the emissivity tunability. 
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Figure 23. FDTD simulation of the randomness effect on emissivity. (a) Left - 

Schematic of the pillar array from top view, under 0% (top) or 25% (bottom) 

randomness. Array with 0% randomness is a perfect array as in Figure 22. Right - 

variation of peak emissivity under in-plane randomness from 0% to 30%. Peak 

emissivity shows less than 10% variation with randomness. (b) Left - A helically 

twisted fiber (top) and schematic of the pillar array under axial randomness (bottom). 

Right - variation of peak emissivity under axial randomness from 0% to 30%. Peak 

emissivity varies for less than 2% with randomness. 
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  In real life, the fibers may be patterned but they can hardly be perfectly periodic, and 

we wonder how imperfection would impact the emissivity. Therefore, here we consider 

the randomness effect by adding random displacement to each fiber of the perfect array 

as in Figure 22a. The randomness is quantified as the standard deviation of the random 

displacement (Gaussian distributed) divided by the pitch. A randomness of 10% mean 

that the standard deviation of the random displacement is 10% of the array pitch. Figure 

23a shows the array becomes visually messy when it comes to a randomness of 25%. 

We simulate the array under in-plane randomness from 0% to 30% with a fixed fiber 

pitch that corresponds to the peak emissivity. It is found that the variation of peak 

emissivity is less than 10%. We also consider the axial randomness effect by helically 

twisting the fiber (Figure 22b). The helix radius is fixed for all the fibers, but the 

twisting angle is random. In this case, the variation of peak emissivity is less than 2%. 

  In the above simulation on patterned fiber arrays, it has demonstrated a large 

emissivity tuning range. To obtain a better understanding, we simulate fabric consisting 

of two structural levels: it has six layers of yarns and each yarn is identical with a 

patterned fiber array, which is closer to the realistic fabric structure. Although the 

patterned fiber array is not perfectly periodic within the yarns, it is designed to be nearly 

a close-packed structure. Figure 24a is the FDTD simulation area, and the shown six 

yarns with periodic boundary conditions on the two sides (top and bottom) can simulate 

six layers of yarns. Figure 24b shows a clear emissivity dependence in the fabric, which 

is similar as discussed above.  
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Figure 24. FDTD simulation of six layers of yarns consisting of CNT coated fibers. (a) 

the setup of FDTD simulation area. Six yarns with periodic boundary conditions on the 

top and bottom sides can simulate six layers of yarns. (b) Emissivity dependence on 

the fiber pitch. 

 

4.4 Conclusion 

  In summary, we have proposed patterned arrays as metamaterials for thermal 

management. Micropillar patterned arrays have been demonstrated experimentally by 

3D laser printing, and with FTIR spectroscopy and thermal imaging, we have 

discovered the structural dependence of the arrays’ characteristic resonance and 

emission properties. Our FDTD simulation shows a good agreement with the 

experimental results. Further based on the idea, we numerically study the fiber arrays 

that is a typical form in textile. There is a similar structural dependence of the arrays’ 

characteristic resonance and we also find the arrays’ properties will not be largely 



 

69 

 
 

compromised even in the imperfect patterns which are common in real life. This study 

provides new perspectives on metamaterials for thermal management and the textile 

industry57,151,152. 
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Chapter 5: Chiroptics in inorganic nanocrystals 

 

 

5.1 Introduction 

5.1.1 Background  

  Chirality, or handedness, is an important geometric attribute of nature that is observed 

in its various forms with lack of mirror symmetry153,154. The significance of chirality of 

matter has been addressed in various fields, ranging from understanding the evolution 

of life processes, to enantioselectivity in chemical reactions, to the recent discovery of 

unusual large spin polarization through chiral organic molecules for spin chemistry and 

devices155-157. The most common examples of chiral entities studied so far are small 

organic molecules that possess, for example, an asymmetrically substituted carbon 

atom in an sp3-hybridized carbon skeleton. When these microscopic monomeric 

organic chiral units are assembled as building blocks to form higher-order meso-, or 

macroscopic aggregates, chirality can be expressed as observables at various length 

scales via a cooperative effect due to intra- and inter-molecular chirality interactions 

among primary chiral units92,158.  

  While such cooperative chirality phenomena extensively exist in the biomolecular 

world, related studies in inorganic systems have been lacking. As compared with 

biological and organic systems, inorganic materials can often offer much better control 

of periodicity and morphology159, thus representing unique test beds to understand and 
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tailor cooperative chirality at different length scales. A series of inorganic crystals have 

been found to possess helical atomic arrangement along certain crystallographic 

directions, leading to crystallographic chirality in a periodic lattice160-164. Therefore, 

achieving independent control of critical chiral parameters of both lattice and 

morphology in an inorganic structure should be the key to understanding and 

controlling its cooperative chirality, but has posed significant challenges because it 

requires synthetic control at different length scales. For example, recent attempts to 

control both lattice and morphology chirality in one-pot synthesis of colloidal selenium 

and tellurium nanostructures have only led to observation of optical activity dominated 

by chiral shape with an absence of chiral lattice contribution in both theoretical 

modeling and experiments94.  

 

Figure 25. Cooperative chirality at different length scales. (a) Schematic model of 

nanoscale assembly of chiral units with characteristic length a (highlighted by white 

rectangle). Such assemblies can possess either achiral or chiral morphology with 

characteristic length L, leading to different chiroptical response. (b) Atomic model of 

cinnabar HgS lattice along crystallographic c-axis, showing helical arrangement of 

atoms. (Top) Side view. (Bottom) Top view. Gray sphere, Hg atom. Yellow sphere, S 

atom. 
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5.1.2 Cooperative chirality and synthetical efforts 

  A schematic of chirality expressed at different length scales is shown in Figure 25a, 

and can be omnipresent in diverse systems (biological, biomimetic and inorganic 

systems). The primary chiral units can be chiral molecules or chiral unit cells in solid 

state, and the overall chirality beyond atomic and molecular scale should be considered 

as various cooperative chiral interactions among primary chiral units. Figure 25b shows 

one example of cinnabar -HgS lattice with a space group of P3221, in which Hg and 

S atoms are arranged in a helical form along crystallographic c-axis165. This offers a 

natural atomic scale primary chiral unit, and the assembly of such atomic scale chiral 

entity (that is, periodic lattice in solid) is analogous to higher-order biological system 

and should manifest cooperative chirality.  

  We have developed a novel epitaxy-based two-step synthetic scheme to achieve 

independent control of crystallographic and geometric chirality in an inorganic 

nanostructure, and we employ cinnabar -HgS as an example to demonstrate versatile 

control and to explore enabled chirality interplay originating from primary atomic 

lattice and higher-order morphology with in-depth structural and optical 

characterization. This synthetic paradigm can allow precise tailoring of chirality at 

different length scales with a high degree of freedom of control by versatile 

combination of crystallographic and geometric handedness, thus opening up exciting 

opportunities to study and gain insight into unique cooperative chirality in an inorganic 

system.  
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Figure 26. Two-step synthesis for controlling crystallographic and geometric 

handedness. (a) Schematic of the growth process based on epitaxial principle with 

involvement of chiral molecule to tailor the chirality of morphology. (b and c) Large- 

scale TEM image of as-synthesized -HgS nanostructures with (+)C-P and (+)C-M 

nanostructures by following synthetic route in a, respectively. Scale bar, 200 nm. (d 

and e) Typical TEM images of prevailing individual nanostructures from b and c, 

respectively. Blue dashed curves are added to guide the eyes for different twisting 

orientation in a nanostructure. Scale bar, 20 nm. (f) High resolution TEM image of 

selected yellow area in d. Helical atomic arrangement along crystallographic c- axis 

can be unambiguously identified, as illustrated in Figure 25b. Scale bar, 5 nm. (g) 

Better resolution to reveal feature of helical atomic arrangement. Scale bar, 2 nm. (h) 
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Fourier transform of TEM image, confirming assignment of crystallographic axis. (i-

n) TEM images of (+)C-M (i-k) and (+)C-P (l-n) -HgS nanostructures with different 

size. Blue dashed curve is added to guide the eyes for different twisting orientation in 

a nanostructure. Scale bar, 100 nm. 

 

  Experimentally, while there exist a number of studies on control of either 

crystallographic or geometric chirality75,78,83,90,94,166-168, simultaneous and independent 

control of both chiral factors in a nanostructure has posed intimidating synthetic 

challenges, but represents a prerequisite in order to understand and even control their 

interplay. We have developed a solution phase two-step synthetic method by 

combining homo-epitaxial growth with atomic scale regulation of morphology through 

a chiral molecular modifier, with the key steps of our synthetic control scheme 

illustrated in Figure 26a. The chemical synthesis is developed by Dr. Peng-peng Wang 

in our group and the details are revealed in the published work112. 

  Briefly, small single crystalline -HgS nanocrystals with well-defined 

crystallographic handedness are applied as seeds in the synthesis, followed by slow co-

addition of Hg and S precursors to enable successive ion layer adsorption and reaction 

onto the seeds at the presence of excess enantiopure molecules as chiral molecular 

modifiers of morphology169. Because of the epitaxial synthetic condition, the seed 

nanoparticle acts as a chiral lattice template, in which the addition of precursor atoms 

follows the existing chiral lattice structure defined by the seeds, therefore determining 

the crystallographic chirality of epitaxially grown nanostructures. However, the 

addition of surrounding chiral molecules (such as D- or L- penicillamine molecules) in 

solution can play a pivotal role in surface reconstruction/reshaping, by acting as 
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molecular chiral modifier through the interaction with surface atoms during the 

epitaxial growth to transmit their handedness into the morphology of nanostructures 

and to allow independent geometric control at larger length scale.  

 

Figure 27. The -HgS nanostructures with chiral lattice ((+)C) but various achiral 

morphology. (a, b and c) Model, typical large- scale TEM image and high- resolution 

TEM image of nanocubes, respectively. (d, e and f) Model, typical large- scale TEM 

image and high- resolution TEM image of nanoellipsoids, respectively. (g, h and i) 

Model, typical large- scale TEM image and high- resolution TEM image of nanorods, 

respectively. (j, k and l) Model, typical large- scale TEM image and high- resolution 

TEM image of nanowires (denoted as “Nanowires 1”), respectively. More nanowires 

with different aspect ratio are provided in Figure 36. The yellow arrow in f, i and l 

represents crystallographic c-axis of -HgS. Scale bar for large-scale TEM images, 200 

nm. Scale bar for high- resolution TEM images, 5 nm. 
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  Following the synthetic scheme illustrated in Figure 26a, we have started with small 

-HgS nanocrystals as seeds by a modified enantioselective synthesis90. The -HgS 

seeds from this enantioselective synthesis can possess different lattice chirality with the 

same achiral morphology, which show a mirrored circular dichroism (CD) response 

(see Figure 28), and are denoted as (+)C and (−)C based on their CD features for the rest 

of discussion to represent the two different crystallographic handedness, respectively. 

In the succeeding epitaxial growth process, we have utilized D- and L- penicillamine 

molecules as exemplary molecular chiral modifiers to demonstrate control of 

morphological chirality, but different chiral molecules can also be available and 

employed to maximize such synthetic control. Figure 26b and c show two typical large-

scale TEM images of epitaxially grown -HgS nanostructures, which are grown from 

the same seed nanoparticles possessing crystallographic lattice chirality of (+)C, but 

with the incorporation of two penicillamine enantiomers as chiral morphology 

modifiers during the epitaxial growth process, respectively. Both results show that the 

addition of penicillamine molecules in the epitaxial growth process has unanimously 

led to twisted triangular bipyramid nanostructures with narrow size distribution 

(average length and aspect ratio of nanostructures in both samples are 76.9  5.8 nm 

and 1.90  0.15, respectively). However, the prevailing handedness of twisting in 

morphology from both samples is different. Two high-resolution TEM images are 

presented and compared in Figure 26d and e to highlight dominant morphology from 

the samples in Figure 26b and c, respectively.  
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Figure 28. Seed -Hg nanoparticles possessing crystallographic handedness. (a-c) 

Typical large- scale TEM image, CD spectroscopy and extinction spectroscopy of (+)C- 

seed nanoparticles, respectively. Scale bar, 100 nm. (d-f) Typical large scale TEM 

image, CD spectroscopy and extinction spectroscopy of (−)C- seed nanoparticles, 

respectively. Scale bar, 100 nm. 

 

  A few features can be immediately identified. First, both samples show twisted 

triangular bipyramid morphology. To further confirm such triangular bipyramid 

structures, we have performed three-dimensional (3D) tomographic imaging and 

reconstruction in TEM with side and top views, respectively112. A clear three-fold 

symmetry and twisted structure can be identified. By comparing with structural 

modeling, the twisting angle can be determined to be = 65.3  3.5 (Figure 29).  

Second, even though these two samples were grown from the same chiral (+)C -seed 

nanoparticles, their twisting orientations (i.e. geometric handedness) are prevailingly 

different, and their morphologies show non-superimposable 3D mirror relationship 

(Figure 26d and e). Based on the twisting direction relative to the c-axis, we can assign 

the geometric handedness of structures in Figure 26d and e as P and M, respectively.  

Third, our XRD characterization confirms the as-synthesized nanostructures possess 

cinnabar lattice structures. Figure 26f and g show atomic resolution images and its 
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corresponding Fourier Transform image (Figure 26h), determining the long axis of 

twisted nanoparticles is along c-axis of cinnabar structure and, importantly, the helical 

lattice arrangement as schematically shown in Figure 25b is unambiguously revealed 

by HRTEM for the cinnabar lattice. And last, we have also performed similar epitaxial 

synthesis with (−)C-seed nanoparticles possessing opposite crystallographic chirality 

(i.e., (−)C-M and (−)C-P. We have found that the prevailing morphology from similar 

epitaxial synthesis is indeed determined by the chiral molecules utilized during the 

epitaxial growth and is independent of the crystallographic chirality of the seed 

nanoparticles. Our synthetic scheme in a can therefore allow independent control of 

crystallographic and geometric handedness, by controlling the seeds and the follow-up 

epitaxial growth in a two-step solution process. 

To illustrate the effect of geometric morphology on cooperative chirality, we have 

also synthesized a series of -HgS nanostructures possessing crystallographic chirality 

but different achiral morphology, with four examples (nanocubes, nanoellipsoids, 

nanorods and nanowires) highlighted in Figure 27. All the nanostructures summarized 

in Figure 27 possess uniform size and well-defined achiral morphology without 

twisting, which are different from those in Figure 26. Together with the chiral 

morphologies presented in Figure 26, all our synthetic controls achieved so far can 

allow systematic study of the evolution of cooperative CD with critical structural 

parameters and can facilitate our understanding of the interplay between 

crystallographic and geometric handedness in the chiroptical properties of inorganic 

nanostructures. 
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Figure 29. Structural models of two mirrored -HgS nanostructures in Figure 26d and 

e. TEM images are the same as presented in Figure 26d and e, respectively. Scale bar, 

30 nm. 

 

  By performing systematic circular dichroism (CD) measurements on samples with 

different combinations of crystallographic and geometric chirality, evolution of 

cooperative chirality can be revealed at multiple levels of inorganic nanostructures. We 

further adopt an electromagnetic core-shell model with the finite element method 

(FEM) that can allow computation and prediction of cooperative chirality, showing 

excellent agreement with our experimental results and clear elucidation of nanoscale 

chirality interplay. Importantly, both the synthetic scheme and theoretical model in our 
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current work are universal for exploring cooperative chirality and can be readily 

applied for other inorganic materials that possess a chiral symmetry group. This work 

can therefore enable an emerging class of inorganic nanostructures with pre-designed 

cooperative chirality that not only allows fundamental understanding and control of 

chirality at different length scales, but also provides functional building blocks with 

engineered handedness to achieve chirality-dependent chemical and physical processes 

as well as large-scale meta-devices with new chiroptical effects170-173.  

 

5.2 Basic theory 

Optical response of a matter that possesses both crystallographic chirality and 

morphological chirality can be described by the combination of Maxwell’s equations 

and constitutive equations104,174. The Gaussian (CGS) units are applied in our model 

and computation. 

 

Figure 30. Electromagnetic core-shell model for computing chiroptical response of a 

chiral nanostructure with arbitrary morphology. A chiral nanostructure with arbitrary 

morphology and parameters of (, ) is placed in the origin as core. The chiral 
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nanostructure is encapsulated by an achiral spherical shell with dielectric constant of 

m, whose size is much bigger than chiral core to simulate the environmental medium. 

Since our circular dichroism (CD) measurement is always performed in an achiral 

solvent (such as water), chiral parameter m of media is always set to be zero. A 

perfectly matching layer (PML) boundary condition is applied to the outermost surface 

of environmental shell in a finite element method (FEM) simulation. Optical response 

of chiral nanostructure in the model is computed under illumination of left and right- 

circularly polarized plane waves with incident wave vector k. To compare with our 

experiment, computed CD spectra are averaged over all k directions.  

 

  Our core-shell model (see Figure 30) incorporates a crystalline lattice with arbitrary 

geometric shape (either chiral or achiral) as core particle, which is embedded in a 

spherical non-chiral dielectric environmental matrix shell. The dimension of non-chiral 

dielectric matrix is typically much larger than that of chiral nanostructure to account 

for the environmental media for CD measurement. In general, the interaction between 

electromagnetic wave and matter is describable in terms of a set of parameters, 

(𝜉, 𝜀, 𝜇)that relate the fields  to  and  to  via the constitutive relations, where 

 is chiral parameter that quantifies chiral asymmetry (that is, rotation of the plane of 

polarization when monochromatic electromagnetic wave passes through chiral media), 

 is dielectric function, and  is relative permeability. The system is excited by the 

external monochromatic electromagnetic wave with frequency , in which the electric 

and magnetic field components,  and  at location  have a time dependence given 

by the factor exp(−𝑖𝜔𝑡): 

  

x

e m

w
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where  is incident wave vector,  and  are maximum amplitude of electric and 

magnetic fields, respectively. To perform a FEM simulation, a perfectly matched layer 

(PML) is also added in our model as the outermost shell to absorb the launched waves 

at the boundary of the dielectric medium, which simulates an infinite environment and 

helps truncate computational domains.  

  In our current model, we treat all our nanostructures as isotropic non-magnetic chiral 

media, in which the constitutive equations can be given by175,176: 

 

where 𝜀𝐵𝑃𝐸 is the Bassiri-Papas-Engheta dielectric function and is related to 𝜀𝐵𝑃𝐸 =

𝜀 − 𝜉2𝜇, and 𝜇𝐵𝑃𝐸 = 𝜇. In our model, we therefore adopt above constitutive relations 

with  and  independent of the chiral parameter . This can allow us to evaluate 

chirality originating from crystallographic and geometric effects independently. 

Furthermore, we consider only isotropic chiral lattice, that is, the  is isotropic. While 

in principle the  should be anisotropic depending on symmetry group of a lattice, as 

a first order approximation, assumption of isotropy can simplify calculation as well as 

determination of parameters, and allow us to address basic physics behind, but in the 

future, more accurate description of anisotropic  should further improve modeling. 

Since materials of interest in our current study are non-magnetic, we can have  for 

both chiral media and dielectric matrix as the constant of 1 85,175,177. For the achiral 

dielectric matrix surrounding the chiral media, we also have 𝜉𝑚 = 0 and 𝜀𝑚 = √𝑛𝑚, 

e m x

x

x

x

m
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where 𝑛𝑚 is its refractive index. In our computation, the thickness of PML shell is set 

to be 𝜆/𝑛𝑚  to absorb the launched electromagnetic wave at the boundary of 

environmental dielectric matrix, where  is the wavelength of incident 

electromagnetic wave. 

  The time-averaged Poynting vector (energy flux density) is given by6,104: 

   

Thus the energy flux density of scattered field through a given surface with a normal 

unit vector  is given by: 

   

Therefore, the absorption, scattering and extinction cross sections can be determined 

by178: 

𝜎𝑎𝑏𝑠 =
1

〈𝑆0〉
∭ 𝑄𝑑𝑉

𝑉

 

𝜎𝑠𝑐𝑎𝑡 =
1

〈𝑆0〉
∬〈𝑆𝑠𝑐𝑎𝑡〉𝑑𝑆

𝑆

 

𝜎𝑒𝑥𝑡 = 𝜎𝑎𝑏𝑠 + 𝜎𝑠𝑐𝑎𝑡 
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where Q is the dissipative loss density, the integral volume V is the whole physical 

region (by summing volume of environmental matrix and central chiral media), the 

integral surface S is the interface between physical region and PML, 〈𝑆0〉 is the time-

averaged energy flux density of background plane wave that is equal to 

, where 𝑛𝑚 is the refractive index of core and 𝑍0 is the characteristic 

impedance of vacuum.  

In order to evaluate frequency-dependent CD response, the extinction cross sections 

of the chiral media under illumination of left and right-handed circularly polarized 

plane waves,  𝜎𝑒𝑥𝑡
+  and 𝜎𝑒𝑥𝑡

− , are computed independently, and then the CD spectrum 

can be evaluated by 𝐶𝐷(𝜔) = 𝜎𝑒𝑥𝑡
+ − 𝜎𝑒𝑥𝑡

− . Since our optical measurement is an 

ensemble measurement, the CD resulted from all directions of  needs to be averaged 

around the chiral media when comparing with experimental results. 
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5.3 Parametric modeling 

 

Figure 31. Parametric modeling of materials parameters (, ) of a chiral nanostructure. 

(a) Schematic of parametric modeling. The key is to acquire CD and absorption spectra 

of small sized spherical chiral nanoparticles and fit with corresponding analytical 

solution to extract parameters (, ). (b) and (c), Experimental (black sphere) and fit 

(pink curve) spectra of CD and absorption of 12 nm- sized HgS nanoparticles, 

respectively. (Inset) of b, A typical transmission electron microscopy (TEM) image of 

a single -HgS nanoparticle for acquiring experimental data, showing quasi- spherical 

morphology. Scale bar, 10 nm.  d and e, Imaginary (blue) and real (red) parts of 

parameters  and  of -HgS, respectively, which are obtained based on fits in b and c.  

 

  One of the keys for computation with the model described is to determine parameters 

set for chiral nanostructures, which might not be always available. Figure 31a shows a 
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general self-consistent approach to determine (𝜉, 𝜀) of a non-magnetic chiral material 

(𝜇 = 1) from experimental results. This approach is based on the fact that analytical 

solution of absorption and CD spectrum for nanoparticles with small size and spherical 

morphology can be available to compare with related experimental results for 

parameter fitting. For example, for a small sized spherical particle, theoretical 

absorption cross section can be given by85,179: 

𝜎𝑎𝑏𝑠 = 𝐵𝜔Im(𝜀𝑟(𝜔)) |
3𝜀𝑚

2𝜀𝑚 + 𝜀𝑟(𝜔)
|

2

 

where 𝐵 =
𝑉

𝑐√𝜀𝑚
 is a constant (c is speed of light). The dielectric function of chiral 

nanoparticles 𝜀𝑟, is a complex number given by 𝜀𝑚 = 𝜀1 + 𝜀2. The imaginary part can 

be described by a modified Tauc-Lorentz model (that is, combination of Tauc joint 

density of states with the Lorentz oscillator)180,181. When only a single inter-band 

transition is considered: 
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where 𝑒𝑡 is demarcation energy between the Urbach tail transition and the inter-band 

transition, 𝑒𝑢 is the Urbach width describing absorption tail associated with inter-band 

transition, 𝑒0 is the resonant energy of chiral nanoparticles, F and G  are Lorentz 

oscillator amplitude and width, respectively. 𝐶1 is a fitting parameter to ensure 
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continuity of dielectric function at 𝐸 = 𝑒𝑡. This modified Tauc-Lorentz model can be 

extended for the scenario of multiple oscillators, with the example discussed below. 

  Once the imaginary part of dielectric function can be available, the real part 𝜀1 can be 

acquired based on the Kramers-Kronig relation104,182: 

𝜀1 = 1 +
1

𝜋
𝛽 ∫

𝜀2(𝜔′)

𝜔′ − 𝜔
𝑑𝜔′

∞

−∞

= 1 +
2

𝜋
𝛽 ∫

𝜔′𝜀2(𝜔′)

𝜔′2 − 𝜔2
𝑑𝜔′

∞

0

 

where  denotes the principal value of the integral. By comparing experimental data 

acquired from small sized spherical nanoparticles with analytical solution of 𝜎𝑎𝑏𝑠, a 

materials-dependent dielectric function parameter 𝜀𝑟 can thus be determined.  

In addition to the absorption, the CD response of a very small size chiral 

nanoparticles with spherical shape in a dielectric matrix (𝜀𝑚) can be expressed as5,9: 

𝐶𝐷 = 𝐶𝐷𝜉 + 𝐶𝐷𝜀. The 𝐶𝐷𝜉 and 𝐶𝐷𝜀 can be determined by 

𝐶𝐷𝜉 = 𝐴 ∗ Im(𝜉)
Re(2𝜀𝑚 + 𝜀𝑟)

|2𝜀𝑚 + 𝜀𝑟|2
 

𝐶𝐷𝜀 = −𝐴 ∗ Im(𝜀𝑟)
Re(𝜉)

|2𝜀𝑚 + 𝜀𝑟|2
 

where  is a constant and R is the radius of the nanoparticle. Here, we 

setup a multi-oscillator model for fitting: 

𝜉(𝜔) = ∑
𝑎𝑗

𝐸−𝑒𝑗+𝑖Γ𝑗
𝑗  
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Therefore, by comparing theoretical CD with experimental result of small sized chiral 

nanoparticle, chiral parameter,  can be therefore determined. 

  The parametric model as described above can be used to determine material-

dependent parameters of optical function in a general manner. We use HgS as an 

example to illustrate our approach step-by-step to determine all parameters for 

computation of nanoparticles with achiral and chiral shape in current study, and we 

have also compared results from our approach with other techniques to substantiate our 

approach. To validate our approach, we have synthesized small size -HgS 

nanoparticles with quasi-spherical nanoparticles and measured their absorption and CD 

spectra to compare with analytical expressions (see Figure 31b and c). According to 

Tauc-Lorentz model, the fitting imaginary part of dielectric function of HgS is modeled 

by two oscillators and expressed as following: 
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  The fit parameters from the Tauc-Lorentz model are shown in Table 2. We also 

present our fitted dielectric function 𝜀1 and 𝜀2 in Figure 31d. We would like to point 

x
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out that our fitted dielectric function agrees well with previous experimental values of 

cinnabar and parameters from DFT calculation179,183.  

Fitting Parameters for e  Fitting Parameters for x  

i 𝑒𝑡𝑖/𝑒𝑉  𝑒𝑢𝑖/𝑒𝑉 i 𝑒𝑖/𝑒𝑉  Γ𝑖/𝑒𝑖 
𝑎𝑖/(

10−5

Γ𝑖
) 

1 3.9 0.4 1 2.32 0.04 -0.467 

2 3.5 0.26 2 2.8 0.08 -0.4 

3 2.59 0.25 3 3.37 0.035 0.8 

4 2.26 0.08 4 3.81 0.025 -3.2 

Table 2. Optimized parameters of (𝜉, 𝜀) of -HgS 

 

  We have also presented fitted imaginary and real parts of chiral parameters of HgS in 

Figure 27. We would like to highlight that our fitted chiral parameters are in the same 

range of previous literatures179 . All these agreements together validate our parametric 

modeling method. 

 

5.4 Modeling and simulation of chiral nanocrystals 

5.4.1 Structural model 

  Figure 32 shows the general method to build a chiral object from an achiral object by 

a linear twist. The plot shows a right-handed twist (resulting in P morphology). The 

twisting angle of a selected cross-section plane along the axis is proportional to the 
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distance between this plane and the bottom plane, d, as ( ) = − /d d L . For a left-

handed twist (resulting in M morphology), the twisting angle is defined to be positive. 

 

Figure 32. Structural model of twisting. Cylindrical plot of a twisted structure is applied 

to illustrate definition of twisting and twisting angle,  in structural modeling.  

 

  To study the cooperative chirality, we build up an exemplar 3D model (right in Figure 

33 and Figure 34) by twisting explained above in Solidworks. The length of the model 

is 150 nm and the aspect ratio is 1. No shape chirality (0), small shape chirality (±10) 

and large shape chirality (±80) are presented. The structural models can be imported 

into COMSOL for electromagnetic simulation. The detailed CD study on the structure 

will be discussed in the next section. 
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Figure 33. Cooperative chirality in the exemplar model. Computed CD spectra of a 

twisted triangular bipyramid -HgS with different twisting angle, while the 

crystallographic chirality remains unchanged. Corresponding structural model of 

simulated nanostructures is presented next to its CD spectroscopy. The simulation is 

performed with an incident wave vector that is 30 relative to the c-axis of nanoparticle. 

Green and purple dashed lines are guides to the eyes for features near 540 nm and 380 

nm, respectively. For all simulations, the L and aspect ratio of -HgS nanostructures 

are set to be 150 nm and 1, respectively. 

 



 

92 

 
 

 

Figure 34. Top- view of triangular bipyramid structures with different twisting . These 

top-view models correspond to structures presented in Figure 33. 

 

  In the above model, the length, the aspect ratio (length/waist) and the twisting angle 

of the particle can also be tuned. We can easily restructure it for the synthesized chiral-

shaped -HgS nanostructures as in Figure 29, which has a length of ~85nm, an aspect 

ratio of ~2 and a twisting angle of 61. For the synthesized chiral at different length, 

the statistical analysis of structural parameters is summarized in Table 3. And all of 

them are modeled for simulation. 

 

Structure Length (nm) Width (nm) Aspect Ratio Twisting Angle () 

2 53.6  6.3 26.4  2.5 2.03  0.17 66.7  4.9 

3 76.9  5.8 40.6  2.7 1.90  0.15 65.3  3.5 

4 85.5  6.4 41.7  2.9 2.05  0.15 61.0  6.0 

5 144.8  6.9 74.0  2.6 1.96  0.11 57.0  6.5 

6 201.2  6.1 102.8  6.1 1.96  0.14 60.3  6.7 

7 271.2  7.1 141.1  10.2 1.93  0.12 59.5  4.5 

Table 3. Summary of statistical analysis of structural parameters of epitaxial grown 

samples. Samples used for this statistical analysis are (+)C-M. We have also observed 

that for nanoparticles grown from same seed nanoparticles (possessing either (+)C or 

(−)C lattice), their corresponding P and M morphologies show exactly the same 

structural parameters other than opposite twisting orientation (see also Figure 26d, e, i-

n). 
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5.4.2 Cooperative chirality: exemplar model 

 

Figure 35. Computed contribution of CD response merely from chiral morphology. In 

order to evaluate contribution of CD response from morphological effect in Figure 33, 

CD spectra are computed by setting chiral parameter  to be zero, and all other 

parameters remain the same as those for Figure 33.  

 

  To explore cooperative chirality originating from the crystallographic and geometric 

effects, we have adopted an electromagnetic model to incorporate both crystallographic 

and geometric chirality in FEM simulation. Briefly, our model and computation of 

chiroptical response is based on Maxwell’s equations with constitutive relations for 

continuous chiral media. The key parameters describing the property of a chiral media 

include the dielectric function () and the chiral parameter (), which can be determined 

via a self-consistent parametric modeling by fitting both experimental CD and 
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extinction measurements acquired from small sized spherical nanoparticles with 

corresponding analytical solutions (Figure 31). While chiroptical response induced by 

either lattice or morphology in an inorganic nanostructure has been separately 

described in existing theoretical work85,90,94, our current computational model allows 

evaluation of cooperative CD features originating from both crystallographic and 

geometric effects at the different length scales. Figure 33 illustrates cooperative CD 

spectra in the ultraviolet-visible (UV-Vis) regime by using a twisted triangular 

bipyramid -HgS nanostructure as an example to highlight unique opportunity to tailor 

CD features of inorganic materials at the nanoscale. Our definition of geometric left- 

(M) and right- (P) handedness of twisted nanostructures follows the convention of helix 

protein and P/M nomenclature (see also Figure 32 for definition of twisting angle 

)184,185. We have computed and compared CD spectra of a series of M and P 

nanostructures of -HgS with different  (see Figure 34 for top view of twisted 

triangular bipyramid nanostructures), while their size, aspect ratio and crystallographic 

chirality are kept the same. When the = 0 (this corresponds to achiral morphology 

with no chiral contribution from geometric morphology), our computation shows that 

the untwisted triangular bipyramid -HgS nanostructure manifests two major CD 

resonances at 540 nm and 380 nm, which are consistent with previous observation of 

-HgS nanoparticles, and can be attributed to the first and higher excitonic transitions 

that are determined by the periodic chiral lattice, respectively (see Figure 25)90. This 

also provides a sanity check of our modeling and simulation. By twisting in 

morphology along c-axis, geometric handedness of nanostructure can be introduced at 

different length scales merely determined by its size. The evolution of cooperative CD 
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features with  clearly shows the interplay between the crystallographic and geometric 

chirality: First, we have evaluated the CD response merely contributed from the 

geometric morphology (this can be achieved by setting the  to be zero to eliminate the 

contribution from the chiral lattice), and presented the results in Figure 35. The well-

defined CD features can be present even with = 0; Second, as shown in Figure 35, a 

larger twisting angle can lead to significantly more pronounced chiral contribution from 

the morphology. When the  is increased from 10 to 80 (or decreased from -10 to -

80 for the right-handed twisting), the morphology induced CD signal can be enlarged 

by about eight fold; And last, when the twisting orientation is reversed, its geometric 

CD contribution is opposite and the CD components induced merely by chiral 

morphology show a mirror relationship (Figure 35). This is in contrast to the resultant 

overall CD spectra presented in Figure 32, in which the overall CD spectra computed 

from two opposite  are not mirrored spectra after taking into account of both 

crystallographic and geometric effects. This confirms the cooperative chirality from 

both chiral lattice and chiral morphology. 

 

5.4.3 Chiral interplay – experiment and simulation 

  We have performed and compared UV-Vis CD and extinction spectra measurements 

on samples with different combinations of crystallographic lattice and geometric 

morphology features that are exemplified in Figure 26 and Figure 27. We have first 

investigated the CD spectra of -HgS nanostructures presented in Figure 27 and Figure 
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36, in which all samples possess the same chiral lattice, (+)C, but different achiral 

morphologies and aspect ratios, and presented the results in Figure 39 and Figure 40.  

 

Figure 36. Typical TEM images of -HgS nanowires ((+)C) with different aspect ratios. 

(a) 110 nm long nanowires with 10 nm diameter (denoted as “Nanowires 2” in Figure 

38a). (b) 110 nm long nanowires with 18 nm diameter (denoted as “Nanowires 3” in 

Figure 38a).  (c) 55 nm long nanowires with 18 nm diameter (denoted as “Nanowires 

4” in Figure 38a). Scale bar, 100 nm. 

 

  Qualitatively, we have found that all -HgS nanoparticles with different achiral 

morphologies possess similar CD features in the UV-Vis wavelength regime. For all 

nanostructures with achiral morphology, two distinct CD peaks occur at the same 

wavelengths as those from seed nanoparticles, respectively, and can be assigned to be 
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associated with different excitonic states in the chiral lattice90. For the -HgS 

nanostructures with the same achiral morphology, their CD spectra can be reversed by 

changing the handedness of their lattice (see Figure 37).  

 

Figure 37. Experimental CD spectra of -HgS nanocubes possessing different 

crystallographic handedness. (Red) nanocubes with (+)C-lattice. (Blue) nanocubes with 

(−)C- lattice. 

 

  To gain more quantitative understanding of their chiroptical properties, we have 

evaluated and compared the dissymmetric factor g, among different achiral 

morphologies with same crystallographic handedness. The dissymmetric factor g is 

defined as the CD spectra normalized by its corresponding extinction157. This g factor 

is a dimensionless quantity that represents the chiroptical response per one HgS 

molecular unit and can be utilized to compare among different chiral nanoparticles with 

elimination of a few disorder effects of nanoparticles’ concentration and size 

variation85,90. Figure 38a summarizes the dissymmetric g-factors at different 

wavelengths for -HgS nanostructures with different achiral morphologies and aspect 
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ratios. It can be clearly seen that when the achiral morphology or the structural aspect 

ratio varies, both magnitude and central wavelength of two CD peaks remain essentially 

unchanged. This observation further confirms that the observed CD features of -HgS 

nanostructures with achiral morphology indeed originate from crystallography rather 

than other effects, which is also consistent with our definition and understanding of g 

factors of nanoparticle that represent chiroptical response per one HgS molecular unit. 

We have further computed CD and extinction spectra of  (+)C-HgS nanostructures with 

all different achiral morphology summarized in Figure 27 and Figure 36, and compared 

them with experimental results (see ). Agreement between the experimental and 

theoretical results confirms negligible contribution from an achiral geometry on overall 

chirality, and substantiates our understanding of characteristics of g-factors in chiral 

nanostructures with intrinsic crystallographic handedness.  
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Figure 38. Chiroptical response of -HgS nanostructures with interplay between 

crystallographic and geometric handedness. (a) Summary of g-factors of -HgS 

nanoparticles, possessing chiral (+)C-lattice but different achiral morphology. (b) 

Wavelength dependent evolution of g-factor peaks with size for the (+)C-M twisted 

triangular bipyramid -HgS nanoparticles. In a and b, projections of the g-factors onto 

the basal plane are also presented to highlight wavelength shifting of peak position. (c) 

Comparison of CD spectra of 85 nm long twisted bipyramid -HgS nanoparticles with 

different combination of crystallographic and geometric handedness. Red, (+)C-M. 

Orange, (+)C-P. Cyan, (−)C-M. Blue, (−)C-P. (d) Computed CD spectra to compare with 

c. Color codes are assigned to be the same as those in c. The experimental dissymmetric 

g-factor and its associated error bar are determined as average and standard deviation 

of statistical analysis over different sample batches and different runs of measurement, 

respectively. 

 

We have also performed similar CD measurements on as-synthesized twisted 

triangular bipyramid -HgS nanostructures in Figure 26 that possess both 
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crystallographic and geometric handedness (Figure 41), and summarized the 

dependence of their corresponding dissymmetric g-factors on both wavelength and size 

of nanostructures (the length L of nanostructures along their c-axis is used to represent 

their size in the figure) in Figure 38b. By comparing with Figure 38a, a few prominent 

features can be immediately identified in Figure 38b: When the size of chiral 

nanostructures increases, the peak position of the first g-factor (red dots) remains 

almost unchanged, centering at ~ 540 nm. However, the peak position of the second g-

factor (blue dots) is red-shifted in the spectra. In the meantime, the peak magnitude of 

the second g-factor increases as the size increases, while the peak magnitude of the first 

g-factor peaks manifests the opposite tendency. Distinct variation of the tendency of 

these two g-factors suggests that their physical origins are different. Similar to 

nanostructures with different achiral morphologies, the g-factor at 540 nm can be 

assigned to crystallographic chirality and is independent on morphology. On the other 

hand, chiral morphology can induce an additional CD response in the UV-Vis regime, 

which is qualitatively related to the characteristic length L of the twisted shape (Figure 

25a). Therefore, the corresponding CD response of such twisted nanostructures in the 

UV-Vis regime represents competition between crystallographic and geometric 

handedness. As a result, when the size of nanostructures increases (thus, the L 

increases), the g-factor peak in this wavelength regime red-shifts (an additional 

electromagnetic phase retardation effect can further contribute to the red-shifting of the 

second g-factor in the spectra178).  
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Figure 39. Comparison of experimental and computed CD and extinction spectra of 

(+)C HgS nanoparticles with different achiral morphologies. (a, b), (c, d), and (e, f), 

The CD and extinction spectra of HgS nanoparticles with nanocubic (Figure 27a), 

nanoellipsoidal (Figure 27d) and nanorod (Figure 27g) morphology, respectively. 

Black circles, experimental data. Pink curves, computed spectra.    

 

  In addition to the variation of central peak position, an increase of the size of 

nanostructures with chiral morphology can also result in the enhancement of the 

geometric chiral effect, leading to increased magnitude of the second g-factor peak. For 

example, in Figure 38b the geometric g-factor of larger 271 nm HgS nanoparticle is 

0.0142, which is one order larger than 0.0013 of smaller 30 nm HgS. It is worth noting 
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that while the first g-factor peak at 540 nm is assigned to the crystallographic chirality 

and its wavelength is independent of size, the increase and red-shifting of the geometric 

chiral effect for larger sized nanostructures can modify the envelop of CD response 

induced by the crystallographic handedness. This can explain the reduced magnitude 

of the first g-factor for larger sized nanostructures, as shown in Figure 38b. In order to 

corroborate our experimental understanding of the chirality interplay between the 

crystallographic and geometric effects, we have computed CD spectra of all -HgS 

nanostructures in Figure 26 that possess both chiral lattice and chiral morphology, 

given the structural parameters determined from our sample characterization (Table 3). 

By comparing the computed CD and extinction spectra with experimental results 

(Figure 41), our model can fully reproduce the observed chiroptical characteristics of 

nanostructures by incorporating both crystallographic and geometric chirality, further 

verifying our understanding of the chirality interplay at different length scales. 
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Figure 40. Comparison of experimental and computed CD and extinction spectra of 

(+)C HgS nanowires with different aspect ratios. (a, b), (c, d), (e, f) and (g, h),  The CD 

and absorption spectra of -HgS nanowires presented in Figure 27j-l (Nanowires 1), 

Figure 36a (Nanowires 2), Figure 36b (Nanowires 3), and Figure 36c (Nanowires 4), 

respectively. Black circles, experimental data. Pink curves, computed spectra.    
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Importantly, our synthetic scheme in Figure 26a allows the flexible combination of 

crystallographic and geometric handedness, which can offer rich tunability of the 

chiroptical response in well-defined inorganic nanostructures, mimicking enantiomers 

and diastereomers in organic matters. For example, Figure 38c and d present 

experimental and computed CD spectra, respectively, of four different combinations of 

crystallographic and geometric chirality in a twisted triangular bipyramid (with same 

averaged length of 85 nm): (+)C-M, (+)C-P, (−)C-M, and (−)C-P. We have chosen this 

medium- size HgS nanostructure as an example to highlight the unique opportunity to 

finely tailor the nanoscale chiroptical response through the structural engineering 

shown in Figure 26a. For this medium- size HgS nanostructure, the variation of chiral 

morphology mainly modulates the CD feature at shorter wavelengths. From the 

structural point of view, when comparing among these four epitaxially grown HgS 

nanostructures, only (+)C-M / (−)C-P and (+)C-P / (−)C-M represent two pairs of 

enantiomers that possess opposite handedness of both lattice and morphology, with a 

totally mirrored CD spectra, and the rest of the pairs are analogous to diastereomeric 

chiral molecules with non-mirrored CD characteristics. This observation again is 

consistent with the chiral effects of crystallographic lattice and geometric morphology 

elucidated in Figure 38a and b. This result highlights our unique synthetic capability to 

enable fine tailoring of the chiroptical response at the nanoscale as well as theoretical 

modeling for describing and predicting chiral phenomena in inorganic nanostructures. 

By combining a chiral lattice with a chiral morphology, the desired chiroptical response 

of inorganic nanostructures should be readily achieved. 
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Figure 41. Comparison of experimental and computed CD and extinction spectra of 

(+)C-M HgS nanoparticles possessing different size. (a, b), (c, d) and (e, f),  54 nm, 145 

nm and 201 nm long, respectively. Black circles, experimental data. Pink curves, 

computed spectra.   

 

5.5 Conclusion 

  To summarize, we have demonstrated mesoscopic achiral and chiral structures 

consisting of atomically chiral HgS nanocrystals. The novel material synthesis enables 

to substantially tune chiroptical responses and the electromagnetic simulation based on 

the general chiral model agrees well with the experimental results of differently shaped 

chiral NPs. This work paves the way for designing more complex nanostructures, such 

as heteostructures comprising metal NPs and chiral nanocrystal84,85, or chiral 
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metamaterials67,174. Some other methods may also potentially create different kinds of 

chiral morphology based on chiral crystals, e.g. chiral templating by circularly 

polarized light186. This study also provides a new avenue to demonstrate intriguing new 

physics, such as lateral optical forces187,188 and spin selectivity of electron 

transport155,189, as well as insights in biochemistry and material science, including novel 

CD spectrascopy190, crystallography of chiral materials191, and asymmetric 

autocatalysis and chiral amplification192. Furthermore, α-HgS is a semiconductor with 

a bandgap in visible range, implying a potential applications in optoelectronics, some 

of which are chiral light emitters193,194 and detectors195.  
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Chapter 6: Summary and future research  

  This dissertation has proposed and developed new methods and results for solving 

problems in ultrafast optical generation and manipulation of nanoscale phonons, 

metamaterials for thermal management and cooperative chirality in inorganic nano-

systems. 

  In Chapter 2, we have demonstrated how the phonon characteristics can be tailored 

through nanoscale interfacial coupling by investigating a well-designed acoustically 

mismatched core-shell hetero-nanostructures. Unambiguous experimental evidence of 

phononic coupling between the core and shell constituents through their interface has 

been achieved for the first time, unveiling unique phononic fingerprint of complex 

nanostructures. Additional importantly, these observed interfacially coupled phonon 

modes are optically excited by ultrafast pulses through the fundamental e-ph coupling 

mechanism, therefore, our materials engineering as well as optical technique further 

provides an opportunity to understand and even control such fundamental physical 

process. We have achieved monotonic control over the e-ph coupling constant by 

tuning configuration and constituent of core-shell nanostructures. 

  In Chapter 3, we have explored different time-domain pump-control-probe phonon 

manipulation schemes in both simulation and experiment with a good agreement. In 

particular, we have employed a Au-Ag core-shell nanoparticle with manifestation of 

multi-modal phonon vibrational modes as a model system for multimodal phonon 

manipulation, and demonstrated that simple addition of a femtosecond optical control 

pulse to an all optical pump-probe phonon measurement allows enhancement or 
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suppression of fundamental breathing phonon mode of nanoparticles, determined by 

time delay between the pump and control pulses. More advanced control of higher- 

order phonon modes and their interplay has also been achieved by utilizing two 

sequential independently tunable optical control pulses, allowing discriminatory modal 

manipulation of phonons for the first time. Precise tunability of condensed matter 

physical processes through nanoscale materials engineering and ultrafast manipulation 

not only offers fundamental insights into different physical properties of materials, but 

also facilitates design guideline for emerging phonon management and the next 

technological revolution with desirable functionality. All this work together represent 

a significant step towards a deep understanding of phonon-mediated physical and 

chemical processes as well as development of novel nanoscale materials with desirable 

functionality and property. 

  Based on this work, more flexible control scheme is achievable by more control pulses 

of independently controllable delays, intensities or wavelengths. The coherent control 

demonstrated here could also be extended to other types and forms of materials, 

although our high-quality sample enables the phonon multimode probing which is 

prerequisite for multimode manipulation23,39,48. Particularly, coherent manipulation in 

our work enables an all-optical technique to control or modulate the phononic 

multimodes at an ultrafast time scale. This provides more insight into fundamental 

research such as superlattice phononics196 or phononic resonators26,44,140, and more 

potential functionalities for future applications. For instance, ultrafast phonon 

spectroscopy researchers may find new ideas or solutions from our work since one may 

extract additional valuable information on the material of interest from multimode 
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probing and manipulation, which might not be accessible only by monitoring the 

fundamental mode. Besides, the few-nanometer size of the nanoparticles in our work 

can fit into an extremely small space as a nanophononic memory197 or a photothermal 

heater132, enabling a miniature phononic component/device or an ultrasensitive probe 

for a local environment, like in a biological cell198. Moreover, selectively harnessing 

distinct phonon modes in a complex nanostructure by ultrafast control schemes offers 

a new perspective to understand and even control diverse phonon-mediated physical 

processes, such as the coupling between acoustic phonons and excitons in quantum 

emitters199. This should provide novel materials design guideline to achieve desirable 

phonon property and functionality. 

  In Chapter 4, we have proposed and demonstrated patterned arrays as metamaterials 

for thermal management. First, we fabricated patterned micropillar arrays with DLW 

3D printing. With FTIR spectroscopy and FDTD simulation, we have discovered the 

structural dependence of the arrays’ characteristic resonance and emission properties. 

And the thermal imaging on the whole series of the patterns exhibits a clear emission 

tendency as a direct evidence of the structural dependence of thermal radiation, in 

accord to FTIR analysis. Further based on the idea, we numerically study the carbon-

coated fiber arrays to simulate a simplified textile structure. We also find structural 

dependence of the arrays’ characteristic resonance and the arrays’ properties will not 

be significantly compromised even in less ideal configurations.  

  This study provides new views how we can take advantage of the structural 

parameters to control the thermal emission properties and potential passive cooling 

capability, which is interesting for textile applications to human body cooling. When 
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meta-fibers are arranged to form a yarn, environment-induced expansion or contraction 

of the yarn leads to regulation of the inter-fiber distance and thus tunable emissivity of 

the textile to better match the human body’s thermal radiation. More specifically, when 

hot, the meta-fibers inside a yarn are brought closer together, shifting the yarn’s 

emissivity to maximize spectrum overlap with that of the skin to enhance heat 

exchange. When cold, the yarn responds in a reversed manner to reduce heat 

dissipation. This bidirectional optical tunability can be designed to synergistically 

integrate other heat exchange mechanisms (convective, conductive, and evaporative) 

to allow effective local thermal management and protect body temperature from 

environmental changes. This kind of dynamic control of thermal emission may be 

achieved by functionalizing or embedding the fibers with environment-responsive (like 

thermos-responsive, humidity responsive or phase-changing) materials151,200-202, which 

should be explored in future research. This study may lead to dynamically tunable 

thermal emitters or self-cooling devices. 

  In Chapter 5, both our experimental and theoretical results have demonstrated that the 

cooperative chiroptical properties of an inorganic nanostructure can be achieved 

through finely tailored interplay between crystallographic and geometric chirality. In 

particular, we have developed a solution phase synthetic scheme that allows the 

versatile combination of these two different types of handedness, leading to precise 

chirality engineering at the nanoscale. While various controls of inorganic 

nanostructures have been extensively studied and achieved, efficient control of 

chirality at the nanoscale is limited, therefore our current work represents a significant 

advance in the structural complexity and functionality of inorganic building blocks. 
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Our study opens up various research fronts, ranging from nature-mimicking chiral 

nanostructures to a wide range of enabled fundamental explorations and technology 

applications.  

  First, while we have employed cinnabar HgS combined with chiral D- and L- 

penicillamine molecules in epitaxial synthesis as an example to demonstrate our 

synthetic scheme and its sophisticated control of nanoscale cooperative chirality, our 

methodology illustrated in Figure 26a is versatile and should be readily extended to 

other inorganic chiral materials as well as interacting chiral molecules to allow more 

dynamic modulation of cooperative chirality. For example, there exist a series of chiral 

molecules that can effectively interact with metal ions, which might lead to different 

chiral morphologies with different twisting angles (Figure 25c). 

  Second, chiroptical properties of inorganic materials are particularly important 

because they are often associated with other phenomena, including spin-selective 

chemistry and interactions189,203-205. Therefore, the development of new types of 

inorganic nanostructures possessing unique and tunable crystallographic and geometric 

chirality might provide test beds for understanding and controlling spin-dependent or 

topological phenomena. Indeed, recent works on spin selection and spin transport 

through chiral biomolecules have led to additional insights206-209.  

  Third, the colloidal chiral nanostructures achieved in the current work can be used as 

building blocks for hierarchical assembly of mesoscopic structures and devices. This 

might enable innovative chiral device concepts by using superchiral fields210, and 

further open up alternative avenues to understand and control nanoscale 
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enantioselective interaction that is currently only observed for bio- and organic- chiral 

molecules, or to integrate other functional nanoparticles, such as plasmonic metal 

nanoparticles, to enable potential fundamental coupling and synergistic 

functionality211,212. Last but not least, our theoretical model represents a significant 

theoretical effort to integrate contributions of both crystallographic chirality and 

geometric chirality of an inorganic nanostructure. The excellent agreement between 

experimental and theoretical results in our current work not only validates our chiral 

modeling of inorganic nanostructures but also offer important design guidelines for 

nanostructures with desired chiroptical properties.  
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